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SAMPLE AND SETUP DESCRIPTION

We work with a ⟨111⟩-oriented diamond, that was
grown under high pressure high temperature (HPHT)
conditions, during which Ge is naturally incorporated
and formed GeV centers without additional annealing [1].
The investigated GeV center is located in a solid immer-
sion lens (SIL) of 10 µm diameter and microwave (mw)
and radio frequency (rf) fields are applied through a
20 µm-thick copper wire spanned over the diamonds sur-
face nearby the SIL.
A detailed setup description can be found in the sup-
plementary of [2]. We state here most important details
and changes compared to previous configuration. Exper-
iments are performed in a dilution refrigerator (Bluefors,
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BF-LD400) with optical access for a home-built confo-
cal microscope. A superconducting vector magnet from
American Magnetics, Inc. allows to precisely align the
magnetic field with the GeV by optimizing electron spin
lifetime at 4K, yielding T 4K

1,e = (3.41 ± 0.20)ms. As we
observe a small decay of the magnetic field (∼4.7 µT/h) in
the persistent mode, we operate the magnet actively sta-
bilized with magnetic field fluctuations of std = 0.05G.
For resonant excitation we use a Sirah Lasertechnik Ma-
tisse 2 DS single frequency tunable dye laser at 602 nm
(Rhodamin 6G in ethylene glycol). Pulsed optical exci-
tation is realized by using a double-path acousto optical
modulator (AOM) configuration for which the distorted
optical mode is cleaned by a single mode polarization
maintaining patch cord fiber PM-S405-XP from Thor-
labs. For in- and outcoupling we use a mounted aspheric
lens form Thorlabs (A260TM-A). After the outcoupler
we use a 605/20 clean up filter and adjust the beam size
to fill the back aperture of the Newport objective (Li-60X
with NA of 0.85). For mw and rf manipulation we use the
positive and negative output of the same channel of the
AWG (Tektronix 70000B HP). The designated mw chan-
nel is filtered by a high- and low pass filter and pulses are
amplified by an amplifier (ar 50S1G6). Similarly, the des-
ignated rf channel is filtered by a DC block and low pass
filter before the pulses are amplified by a second amplifier
(ar 125A400). The mw and rf lines are then combined by
a diplexer (Procom PRO-DIPX225/330) and provided to
the cryostat.

ELECTRON SPIN INITIALIZATION AND
LIFETIME

Figure S.1(a) shows the fluorescence time trace of a
5.5ms long laser pulse resonant to c1, applied to an ini-
tially prepared |↓e⟩ state, from which we determine an
initialization fidelity of 98%. The fidelity is calculated
according to 1 − a

h , where h and a are values of the ex-
ponential fit at 0ms and 5.5ms, respectively. For the
electron spin lifetime we measure T1,e = (20.7±2.0) s, as
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(a) (b)

FIG. S.1. Electron spin properties. (a) Exemplary initial-
ization curve for the |↑e⟩ state using a 5.5ms laser at optical
transition c1. (b) T1,e measurement in the |↓e⟩ state.

(a) (b)

(c) (d)

FIG. S.2. Pulsed ODMR measurements with simulation re-
sults. The fit is performed for four different experiments: (a)
electron spin |↑e⟩ with ascending frequency sweep direction,
(b) electron spin |↑e⟩ with descending frequency sweep direc-
tion, (c) electron spin |↓e⟩ with ascending frequency sweep di-
rection and (d) electron spin |↓e⟩ with descending frequency
sweep direction. The orange dotted line shows the nuclear
spin population before the microwave pulse.

shown in Fig. S.1 (b).

HYPERFINE COUPLING PARAMETER
ESTIMATION

We perform four pulsed ODMR measurements, which
are shown in Fig. S.2 (a) - (d) with their corresponding fit.
The four spectra differ by the frequency sweep direction
and to which state the electron spin is re-initialized via
the laser pulse. Each spectrum is normalized by a Rabi
experiment that is performed after each run of the se-
quence (see Fig. S.7 (a) for details). The obtained mea-
surement data corresponds to the average fluorescence
signal of around 3470 repetitions of the measurement se-
quence (pulsed ODMR + Rabi).
To extract the hyperfine coupling parameters Azx and
Azz between the electron and nuclear spin, we numer-
ically simulate the obtained spectra according to the
Hamiltonian Eq. (1) from the main text.
The initial nuclear spin state ρni = pi |↑n⟩ ⟨↑n| +
(1− pi) |↓n⟩ ⟨↓n| is left open as a fit parameter since the

measured spectra reflect the averaged fluorescence signal,
and the nuclear spin can become polarized through the
ODMR measurements and subsequent Rabi experiment.
The states |↑n⟩ and |↓n⟩ refer to the nuclear spin states
for the diagonalized Hamiltonian along the correspond-
ing quantization axis for a given electron spin state. The
nuclear spin is then initalized along the corresponding
quantization axis.
Considering the low temperature and the resulting long
nuclear spin population lifetimes, we model the laser
pulse as a Kraus operator of a depolarizing channel [3],
fully re-initializing the electron spin to either |↑e⟩ or |↓e⟩,
while leaving the nuclear spin untouched. To account for
the laser length of 5.5ms and the averaging over thou-
sands of repetitions, we let the nuclear spin fully dephase
through a randomized detuning.
Given the custom sample holder, the diamond is unlikely
to be perfectly placed in the center of the magnetic field
generated by the vector magnet. The objective and other
hardware components in the sample chamber may also
cause slight deviation of the set magnetic field amplitude.
To account for those effects, the strength of the magnetic
field Bi is treated as a fit parameter that can differ for
each of the four spectra. Bi is then used to construct the
hyperfine coupling parameters Azx and Azz according
to Eq. (2) and Eq. (3) from the main text. The nuclear
transition frequencies ωrf2 = (2π) (493.62±0.04) kHz and
ωrf1 = (2π) (2489.73± 0.06) kHz, required for this calcu-
lation, are extracted from the nuclear Ramsey fringes
shown in Fig. S.7 (b) and in Fig. 2 (d) in the main text.
The detuning of Eq. (1) in the main text is given by
∆i,k = γeff

e Bi− (2π)νk, where the subscript k is an index
for the current measurement step, and i = (a), (b), (c), (d)
denotes that the magnetic field Bi might vary in each
experiment in Fig. S.2(a,b,c,d). Thus the detuning de-
pends on both, the frequency step νk and the magnetic
field Bi from the particular ODMR sequence. While
the magnetic field Bi varies between the four different
ODMR spectra but is kept during one sequence, the gy-
romagnetic ratio γeff

e is a shared property among all spec-
tra. Hereby, γeff

e denotes the effective gyromagnetic ratio,
which includes both, the electron Zeeman effect and the
quenched orbital Zeeman effect. While the gyromagnetic
ratio of a free electron spin is well known, the orbital
contribution of the GeV has not been experimentally de-
termined yet [4]. For this reason we combine both in the
fit parameter γeff

e .
We include the electron spin dephasing (T ∗

2,e =
1.43 µs [2]) during the microwave π-pulse by a random-
ized constant detuning with a standard deviation of
σδ ≈

√
2/T ∗

2,e = 2π · 146 kHz [2] and a mean of 0. Each
simulated spectrum is then averaged over 2500 iterations.
We use differential evolution [5] to find the set of param-
eters, i.e. the gyromagnetic ratio γeff

e , the magnetic field
Bi, and the initial nuclear spin population pi, that min-
imizes the sum of the squared differences between the
measured and simulated spectra. These parameters are
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then used as starting points in a final fit via the least-
square method, that is individually performed for the
four ODMR measurements while keeping the product
γeff
e Bi constant. Our simulation fits the data very well.

We obtain an R2 of 0.9854 for |↑e⟩ and 0.9328 for |↓e⟩
with an ascending frequency sweep direction and 0.9854
for |↑e⟩ and 0.9568 for |↓e⟩ with a descending frequency
sweep direction. This leads to the following parameters,
where the subscript describes the electron spin manifold
and the superscript the ODMR sweep direction:

� γascending
|↑e⟩ = (2π) 31.6162165179458 GHz

T ,

� γascending
|↓e⟩ = (2π) 31.6165307831433 GHz

T ,

� γdescending
|↑e⟩ = (2π) 31.6135603066038 GHz

T ,

� γdescending
|↓e⟩ = (2π) 31.6147971633278 GHz

T ,

� Bascending
|↑e⟩ = 97.140mT± 0.004mT,

� Bascending
|↓e⟩ = 97.138mT± 0.006mT,

� Bdescending
|↑e⟩ = 97.149mT± 0.004mT,

� Bdescending
|↓e⟩ = 97.146mT± 0.005mT,

� pascending|↑e⟩ = 0.34508± 0.00004,

� pascending|↓e⟩ = 0.60563± 0.00007,

� pdescending|↑e⟩ = 0.55639± 0.00005,

� pdescending|↓e⟩ = 0.39752± 0.00007.

According to Eq. (2) and Eq. (3) from the
main text we then obtain the mean values
Azx = 2π (602.81± 0.27) kHz and Azz =
2π (2862.34± 0.14) kHz for the hyperfine coupling
parameters.

Further error analysis

While only the magnetic fields Bi go into the calcu-
lation of the hyperfine coupling parameters, γeff

e and Bi

are coupled through the detuning ∆i = γeff
e Bi − (2π)ν.

For this reason we kept the product γeff
e Bi fixed while

performing the final fit after the differential evolution.
To better understand the parameter landscape and the
associated fit error, we sweep γeff

e and Bi in the range of
[30.712 GHz

T , 32.328 GHz
T ] and [95mT, 100mT] for each of

the four ODMR measurements and calculate the result-
ing R2 value, as shown in Fig. S.3 (a) - (d). For each of
the four plots we select the highest R2 for all γeff

e and
visualize the mean value in Fig. S.3 (e). We observe a
smooth parameter landscape with a distinct maximum.
We can thus conclude that our model accurately repre-
sents the experiment, and our fit results are precise, as
the fit avoids being trapped in local maxima.
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FIG. S.3. R2 of the model for different values of γeff
e and Bi.

The images differ by their electron spin state of |↑e⟩ for (a)
ascending frequency sweep direction, (b) for descending fre-
quency sweep direction and |↓e⟩ for (c) ascending frequency
sweep direction and (d) for descending frequency sweep di-
rection. (e) Mean R2 of the highest individually achieved R2

of all four ODMR measurements for the respective γeff
e . The

cross indicates the best mean R2 value achieved in the simu-
lation which is slightly higher than the mean R2 values in the
sweep due to the finite sampling size of the sweep.

NUCLEAR SPIN PUMPING

Due to the strong hyperfine interaction, we already
observe in the pulsed ODMR measurements that the nu-
clear spin can be polarized through the repetitive ap-
plication of mw and laser pulses. We can exploit this
effect to implement a spin pumping scheme for initializa-
tion of the 13C nuclear spin. As illustrated in Fig. 1 (b)
in the main text, the nuclear spin experiences a differ-
ent quantization axis depending on the state of the elec-
tron spin. In our system, due to the large Azx and a
Azz/2 that is in the order of the bare nuclear Larmor
frequency the angle between the quantization axes is sig-
nificant (∼ 30◦). As a result, the simultaneous flip of
the electron and nucleus, which is typically forbidden,
becomes partially allowed [6]. Now, to achieve polariza-
tion built-up, a spin pumping scheme has to meet two
criteria. First, considering the two hyperfine levels in an
electron spin subspace, we need to be able to selectively
depopulate one level while leaving the other untouched.
In the remainder of this paragraph we will refer to the
untouched level as dark state. Due to the large energy
gap ωrf1 this condition is well fulfilled in the |↓e⟩ man-
ifold, and choosing a narrow-band mw π-pulse at mw1
or mw2 can selectively depopulate one of the levels. On
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FIG. S.4. Nuclear spin initialization via spin pumping.
(a) Nuclear spin pumping scheme using repetitive π mw pulse
and laser elements to initialize the nuclear spin probed with
a pulsed ODMR. (b) Pulse sequence and experiment to es-
timate the initialization fidelity of the nuclear spin after N
repetitions using the spin pumping scheme. The population
of the nuclear spin is prepared with the projection-SWAP
gate.

the other hand, the small energy gap ωrf2 and the lim-
ited linewidth resolution, ∝ 1/(πT ∗

2,e) [7], prohibits the
formation of an efficient dark state in the |↑e⟩ manifold.
Second, we need a decay rate to the dark state. For us,
the laser leads to an electron reset causing a change of
the quantization axis of the nuclear spin. This creates a
decay channel to the dark state while we pump the other
state empty.
Hence, for the spin pumping scheme to work we start
by preparing the electron spin in the |↓e⟩ state with a
5.5ms laser pulse at c2. After application of a π-pulse on
the mw1 or mw2 transition, we re-initialize the electron
spin and repeat this process N times. In Fig. S.4 (a) the
spin pumping scheme (N = 5 repetitions) is probed with
a pulsed ODMR experiment showing almost no popula-
tion present in the |↑n⟩ state. However, due to the change
in nuclear spin polarization throughout the ODMR mea-
surement, we cannot determine the initialization fidelity
with the ODMR measurement after a specific number of
repetitions N . Thus, we equally prepare the initial nu-
clear spin state for every point with the projection-SWAP
in Fig. S.4 (b). This allows us to estimate an initialization
fidelity of the nuclear spin using the spin pumping scheme
of 95% after repeating the sequence N = 15 times (mw
π pulse duration 1.4µs). Numeric simulations displayed
in Fig. S.5, accounting for electron spin dephasing, show
that we can reach up to 98.7% polarization of the nu-
clear spin by repeating this 50 times, with the same π
mw pulse duration of 1.4 µs as in the experiment.

DRIVING FIELD OPTIMIZATION WITH QUOCS

With the fitted Hamiltonian parameters, we can opti-
mize the driving field to implement an operation of our
choice. The corresponding Hamiltonian (in the rotating
frame at the driving field frequency after using the rotat-
ing wave approximation) can be written as

Hd = Ωe(t) [cosϕ(t)Sx + sinϕ(t)Sy] (1)

FIG. S.5. Nuclear spin initialization with electron resets (Sim-
ulation). The simulated fidelity for N = 15 is 94%, which is
close to the experimental results. (a) The dynamics of the sys-
tem if we trace out the other respective spin. (b) Dynamics in
the eigenbasis within the |↓e⟩ sub-manifold, with vi denoting
the eigenvectors (see following section for definition).

where Ωe(t) is the time-dependent Rabi frequency and
ϕ(t) is its time-dependent phase. The driving frequency
is chosen to be ωd = ωmw2 + ωrf1.
With optimal control, we can now design functions which
implement a population transfer procedure. Because the
nuclear spin eigenstate depends on the electron state, we
choose to polarize along the quantization axis defined by
the electron spin being in |↓e⟩

FoM = 1− ⟨v2| ρ |v2⟩ − ⟨v′2| ρ |v′2⟩ (2)

where v2(v1) is the eigenvector corresponding to
|↓e↑n⟩ (|↓e↓n⟩). We introduced here v′i = (σx ⊗ 1)vi,
which point for the nucleus subspace in the same direc-
tion as the eigenvectors in the |↓e⟩-subspace but have a
flipped electron spin state. We minimize the FoM using
the QuOCS-Software [8] by optimizing Ωe(t) and ϕ(t)
with the dCRAB-algorithm [9, 10].
We restrict our search space to functions in the Fourier-
basis domain, limit the maximal Rabi-frequency and
ensure with a flattop Gaussian envelope (raise time of
100 ns) that we do not have sudden jumps in the driving
amplitude.
We then start the optimization (settings for dCRAB: 10
super iterations, 1000 function evaluations per super it-
eration) for different evolution times τ . The optimization
process and its results are discussed in Figure S.6. Ac-
cording to the simulations, an efficient population trans-
fer with high fidelity can be realized, achieving a mini-
mum average nuclear polarization of 99.9%, without ne-
cessitating electron reinitialization.

FURTHER DETAILS ON 13C SPIN COHERENCE
EXPERIMENTS

As shown in the main text, we initialize and readout
the nuclear spin by a projection-SWAP gate used for pop-
ulation transfer. Depending on the electron spin state we
use a different mw and laser transition for the sequence
in Fig. 2 (a) of the main text. Here, the subscript s (si-
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FIG. S.6. Optimization process for the initialization of the
nuclear spin with a single optimized mw pulse. (a) Resulting
polarization infidelity of the nucleus for different pulse dura-
tions, where each point was optimized separately (averaged
over 5000 OU noise realizations). (b) Optimization progress
for a fixed pulse duration (Optimization is done for 100 fixed
OU noise realizations). (c) Resulting driving pulse shapes for
one optimized duration. (d)-(f) Time evolution (d) compu-
tational basis, (e) tracing out the other spin, (f) populations
along the nuclear quantization axis defined by |↓e⟩ during the
application of an optimized pulse. (b) - (f) relate to a pulse
duration of 2950 ns.

lenced) for a laser element indicates that we do not record
data for this laser element.

We initialize our two-qubit system in the respective
eigenbasis of our diagonalized Hamiltonian. For |↓e⟩
we prepare the system in |↓e↓n⟩ using a laser at c2
and π-pulses at mw1 and rf2. For |↑e⟩ we initialize
in |↑e↓n⟩ using a laser at c1 and π-pulses at mw2 and
rf2. The corresponding Rabi frequency used for rf2 is
Ωrf2 = (2π)(7.73± 0.05) kHz inferring a π rf pulse length
of 65 µs. Furthermore, as outlined in the main text, each
measurement is followed by an electron Rabi normaliza-
tion sequence, which includes two successive conditional
mw pulses, as depicted in Fig. S.7(a). The maximum
and minimum of the sinusodial part of the fit is used
to normalize the obtained fluorescence of the respective
measurement.
Fig. S.7(b) shows T ∗

2,rf2 = (3.35 ± 0.21)ms for the nu-
clear spin within the |↑e⟩ manifold. This longer T ∗

2 , com-
pared to the one shown in the main text for |↓e⟩, can be
partly attributed to magnetic field fluctuations having a
lower impact in the |↑e⟩ state. This can be explained
by noting that the contribution of the unperturbed term
(Azx/2)

2 to ωrf1,rf2 is greater in the |↑e⟩ state than in
the |↓e⟩ state. Specifically, in the |↑e⟩ state, ω2

rf2 is given
by (Azz/2 − γnB)2 + (Azx/2)

2, which includes a larger
contribution from (Azx/2)

2. Further, the variations in

the T ∗
2 values of the 13C could be attributed to slight

differences in experimental conditions between the two
measurements conducted during separate cooling cycles.
However, further investigation is required to fully explain
this phenomena.
To investigate the influence of pulse errors on our nuclear
spin coherence time we perform a XY8 dynamical decou-
pling sequence and compare it to the CPMG-8 one. The
pulse sequence and the resulting measurement for XY8
are shown in Fig. S.7 (c) and (d), respectively. We ob-
tain TXY8

2,rf1 = (1.49±0.10) s for XY8, which is comparable

to the CPMG-8 result TCPMG8
2,rf1 = (1.36 ± 0.14) s. Ad-

ditionally, to estimate the laser-induced decoherence on
the 13C nuclear spin, we examine a scenario with a con-
tinuous readout laser pulse at c2 during the interpulse
spacing τ of a CPMG-1 measurement in | ↓e⟩ shown in
Fig. S.7 (e). We observe a reduce of the coherence time
T2 by a factor of 9 from TCPMG1

2,rf1 = (270 ± 11)ms to

T̃L
2,rf1 = (30±6)ms [Fig. S.7 (f)]. While the readout laser

c2 is not in resonance with the electron spin manifold
| ↓e⟩, residual overlap in the optical transition creates
a small probability of exciting the electron spin, poten-
tially leading to a spin flip. Such an uncontrolled flip of
the electron spin causes the 13C nuclear spin to decohere,
which is especially significant for our strong hyperfine in-
teraction. Recent studies on hyperfine interactions in
the excited state [11] indicate that any phase acquired
is linear with time spent in the excited state, which can
be compensated already by simple decoupling sequences
as the Hahn echo or CPMG N=1. However, due to our
strong hyperfine coupling it is unclear whether this phase
remains linear for our system.
Assuming e.g. that the electron spin is in the state off-
resonant to the laser pulse, with a readout window of
660µs (1/e of laser pulse duration) we would be able to
readout the electron spin 45 times before the nuclear spin
loses its coherence.

NUMERICAL SIMULATION AND ESTIMATION
OF THE MEMORY TIME LIMIT

In order to characterize the performance of our dy-
namical decoupling sequences in Fig. 3 in the main text
for extending the coherence time of the 13C nuclear spin,
we consider a simplified model of a two-state quantum
system, which is subject to magnetic noise. In addition,
we model the power fluctuations of the driving fields and
simulate the system evolution numerically. The model is
similar to the one used for modeling decoherence of color
centers in diamond [2]. We consider the Hamiltonian

H(t) = (ω0 + δ(t))Sz

+ 2Ωrff(t)(1 + ϵ(t)) cos [ω0t+ ϕ(t)]Sx, (3)

where ω0 is the expected Larmor frequency of the 13C
nuclear spin, Ωrf is the peak Rabi frequency of the radio-
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FIG. S.7. (a) Top: Rabi sequence used for normalization that
is appended after each measurement. Bottom: Exemplary
normalization Rabi for the nuclear XY8 measurement shown
in (d). Respective counts are normalized on the maximum
and minimum of the non-decayed fit (yellow). (b) Nuclear
Ramsey in the | ↑e⟩ state showing a T ∗

2,rf2 = (3.35± 0.21)ms.
(c) XY8 pulse sequence. (d) Nuclear XY8 measurement in
|↓e⟩ yields a TXY8

2,rf1 = (1.49±0.10) s. (e) CPMG sequence with
laser applied during interpulse spacing τ . (f) Nuclear CPMG
N=1 with the pulse sequence from (e). We observe reduced

T2 from TCPMG1
2,rf1 = (270± 11)ms to T̃L

2,rf1 = (30± 6)ms.

frequency (rf) driving field, f(t) characterizes target vari-
ation of the Rabi frequency in time, e.g., it can be a step
function taking values 0 and 1, while ϕ(t) is the phase
of the applied field, Sj = ℏσi/2 with j ∈ {x, y, z} are
the respective spin-1/2 operators. The parameters δ(t)
and ϵ(t) characterize the time-varying errors in the Lar-
mor frequency of the the 13C nuclear spin and the target
Rabi frequency.

We move to the interaction picture with respect to

H
(1)
0 = ω0Sz and obtain after applying the rotating-wave

approximation (Ωrf ≪ ω0)

H1(t) = δ(t)Sz (4)

+ Ωrff(t)(1 + ϵ(t))(cos (ϕ(t))Sx + sin (ϕ(t))Sy).

We consider this Hamiltonian in the simulation as the
rotating-wave approximation is satisfied very well for our
experimental parameters.
The noise of the detuning δ(t) is modelled as an Ornstein-
Uhlenbeck (OU) process [12, 13] with a zero expecta-
tion value ⟨δ(t)⟩ = 0, correlation function ⟨δ(t)δ(t′)⟩ =
σ2
δ exp{(−|t− t′|/τc)}, where σ2

δ = ⟨δ(t)2⟩ is the variance
of the detuning due to noise, which is characterized by
the standard deviation σδ =

√
Dτc/2 with D a diffusion

constant, and τc is the correlation time of the noise for
the OU process [13]. More details about the simulation
implementation can be found in [2].
We calibrate the effect of environmental noise from the
decay time T ∗

2 ≈ 2 ms of the signal from a Ramsey mea-
surement (see Fig. 2 (d) in the main text), the decay time
TH
2 ≈ 274 ms of a Hahn echo measurement, where a π

pulse is applied in the middle of the interaction (see Fig.
2 (e) in the main text), and the decay times of the CPMG
sequences in Fig. 3 in the main text. We note that our
spin echo measurement consists of a single block with a
duration τ̃ = 2τ , which includes the refocusing π pulse.
In the following we use τ̃ = 2τ correspond to the typical
pulse separation, used for the dynamical decoupling se-
quences we use. We then obtain the correlation time τc
by fitting the exact analytical formula for the expected
coherence decay rate γ(N, τ̃) due to magnetic noise (the
signal ∼ exp{−γ(N, τ̃)}), modelled with an OU process,
during a sequence of N ideal, instantaneous π pulses for
total evolution time t = Nτ̃ = 2Nτ [2, 14]:

γ(N, τ̃) = σ2
δτ

2
c

−(
(−1)N+1e−

t
τc + 1

)(
1− sech

(
τ̃

2τc

))2

+ t

 1

τc
−

2 tanh
(

τ̃
2τc

)
τ̃

 . (5)

In the usual case when the noise correlation time is much
longer than the pulse separation τc ≫ τ , as is the case in
our experiment, the decay rate simplifies to

γapprox(N, τ̃) ≈ σ2
δ

Nτ̃3

12τc
. (6)

In an experiment where we fix the number of π pulses N
and vary the pulse separation time τ̃ (as in the experi-
ments in Fig. 3 in the main text), the decay rate as a
function of the evolution time t is given by

γapprox(N, t) ≈ σ2
δ

t3

12N2τc
, (7)

where we replaced τ̃ = t/N in the formula of Eq. (6).
We determine the theoretical coherence times T2(N) for
the different orders of the CPMG sequences by solving
for γapprox(N,T2) = 1, which leads to

T2(N) ≈
(
12N2τc

σ2
δ

)1/3

= TH
2 N2/3, (8)

where TH
2 =

(
12τc
σ2
δ

)1/3

the decay time of a Hahn echo

experiment. The dependence of the coherence times
∼ N2/3 has been experimentally demonstrated in color
centers in diamond [15].
Figure S.8(a) shows the estimated correlation time for
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different CPMG sequences vs. the number N of the π
pulses in the sequence. We fit the decay rate function in
Eq. (5) to the experimental data, using NonLinearMod-
elFit procedure in Mathematica. The correlation time es-
timates vary between 829± 197 s for N = 1 (Hahn echo)
and 2854± 929 s for (N = 2). The estimates are within
the error range, which is the 95% confidence interval for
all estimates, except for N = 1. The slightly lower value
for Hahn echo is most likely due to pulse errors, which
are typically well compensated for the CPMG sequences
for the particular initial state after the first π/2 pulse.
Figure S.8(b) shows that the coherence times follow the
expected N2/3 behavior within the error range of the es-
timated correlation times. Finally, we note that in order
to be conservative in our estimation of the theoretical es-
timation of the memory time limit in the main text (Fig.
3(d)), we use the lower bound of the correlation time es-
timate, i.e. τc = 829 s in all theoretical calculations and
simulations.
Quantum memory experiments typically use fixed, opti-
mized pulse separation time τ̃ and vary the number N of
the applied π pulses. Then, the signal decay rate depends
mainly on τ̃ and is given by

γapprox(τ̃ , t) ≈ σ2
δ

τ̃2

12τc
t, (9)

where we replaced N = t/τ̃ in the formula of Eq. (6). We
determine the theoretical memory times Tmem

2 (τ̃) for the
different pulse separation times of the CPMG sequences
by solving for γapprox(τ̃ , T2) = 1, which leads to

Tmem
2 (τ̃) ≈ 12τc

σ2
δ τ̃

2
=

(
TH
2

τ̃

)2

TH
2 . (10)

This is the formula we use in the main text to estimate
the maximum achievable memory time, using dynami-
cal decoupling with ideal, instantaneous π pulses. It is
evident that, assuming ideal, instantaneous pulses and
no detrimental heating effect, reducing the pulse separa-
tion time τ̃ increases significantly the achievable memory
time. We note that reducing the pulse separation time
(increasing the number of π pulses) is likely to reach a
limit when we take pulse errors into account, so we ana-
lyze this next by simulating the process numerically.
Apart from the theoretical limit for the OU noise model,
we also simulate the effect that the π pulses are not in-
stantaneous and there are also pulse errors due to detun-
ing and amplitude noise. We described the characteris-
tics of detuning noise above. We model the fluctuations
in the driving field amplitude similarly to previous ex-
periments as they typically depend on the used arbitrary
waveform generator and amplifier [2, 16, 17]. Specifically,
we model the relative error of the Rabi frequency with
an OU process with the update function [2, 16]

ϵ(t+∆t) = ϵ(t)e
−∆t

τΩ + ñϵ

√
σ2
ϵ

(
1− e

− 2∆t
τΩ

)
, (11)

where σϵ =
√
(1/2)DΩτΩ = 0.005, the correlation time

τΩ = 500µs with the corresponding diffusion constant
DΩ = 2σ2

ϵ /τΩ [18]. The initial values of δ(t = 0) and
ϵ(t = 0) change from run to run and are taken from a
Gaussian distribution with standard deviations σδ and
σϵ, respectively. The results are demonstrated in the in-
set of Fig. 3 (b) in the main text. Theoretically, one
expects a prolongation of the memory time with shorter
pulse separation when the pulses are ideal and instanta-
neous, which is shown by the solid red line within the
Figure. We show that when the pulses are not instanta-
neous, pulse errors become an important factor when the
pulse separation is of the order of 20ms or shorter. The
best possible memory time is then achieved at pulse sepa-
ration τ̃ = 2τ ≈ 10ms. Longer pulse separation does not
allow for efficient decoherence suppression for our current
noise spectrum while shorter pulse spacing requires many
pulses and the performance suffers from pulse errors. Our
current experimental setup shows no noticeable heating
effect for pulse separation of 24ms or higher (c.f. subse-
quent section), so reaching pulse distance of 10ms might
be feasible with modest modifications.
Finally, the achievable memory times are also affected
by T1,e relaxation. The memory time limit Tmem

2,total that
takes T1,e into account is then determined by the formula

1

Tmem
2,total(τ̃)

=
1

2T1,e
+

1

Tmem
2 (τ̃)

, (12)

which we use in Fig. 3 (b) inset in the main text. We
show that for pulse separation of the order of 40ms or
shorter, the main memory decay factor is T1,e relaxation.
We estimate a memory time of Tmem

2 = 18.1 s with pulse
separation of 24ms, which is feasible in our experiment
without excessive heating. Reducing pulse separation to
around 10ms by improved mw and rf delivery should
boost the memory time to Tmem

2 ≈ 28 s where pulse er-
rors with the XY8 sequence start to play a role due to
the large number of pulses. Application of higher order
sequences like KDD or the UR family [19–21] can in prin-
ciple boost the memory time limit even closer to the T1,e

limit of ≈ 41.4 s.
In the following, we characterize the fidelities of the

radio-frequency pulses, which are used in Fig. 3 in the
main text. In order to do this we define their fidelity
similarly to [2, 19, 20] as

F (t) =
1

2

∣∣∣Tr(U†
1,no noise(t, 0)U1(t, 0)

)∣∣∣ , (13)

where U1,no noise(t, 0) = exp (−iH1t) , δ(t) = 0, ϵ(t) = 0
is the target propagator of the pulse without noise and
U1(t, 0) = exp (−iH1t) , δ(t) ̸= 0, ϵ(t) ̸= 0 is the actual
one. As the correlation time of the noise is much longer
than the duration of the π/2 and π pulses, we assume for
simplicity that the frequency and amplitude noise terms
δ(t) and ϵ(t) are constant during the interaction. We note
that, similarly to Fig. 3 in the main text, we also assume
that the nuclear spin measurements are conducted in the
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(a)

(b)

FIG. S.8. (a) Estimated correlation time τc of the OU model
decay rate for different CPMG sequences vs. the number N
of the π pulses in the sequence with N = 1, corresponding to
the standard Hahn echo (see also Fig. 3 in the main text). (b)
Experimentally measured T2 times of the CPMG sequences
vs. the number N of the π pulses in the sequence. The dashed
(solid) lines are estimated with the formula in Eq. (8) corre-
spond to the expected minimum (maximum) values from the
OU model, given the respective estimates for the correlation
time τc in (a), showing the expected N2/3 dependence, within
the respective error range.

|↓e⟩ manifold, i.e., the electron spin is initialized and re-
mains in state |↓e⟩ during the experiments.

Figure S.9 shows a simulation of the fidelity of each
of the pulses and sequences vs. amplitude and detuning
errors. The results show that the fidelities of the π/2 and
π pulses are quite high (Fig. S.9a,b). Specifically, the
respective fidelities for detuning and amplitude errors at
three standard deviations δ = 3σδ and ϵ = 3σϵ are Fπ/2 ≈
0.9997 and Fπ ≈ 0.9993. However, the errors accumulate
for CPMG, e.g., when it is repeated and consists of eight
π pulses (Fig. S.9c), with the corresponding fidelity at
three times the standard deviations for eight π pulses
with a 10 ms pulse separation equal to FCPMG ≈ 0.96.
On the contrary, the errors are compensated very well
for XY8 for the same number of pulses (Fig. S.9d), with
fidelity practically not differing from 1, demonstrating its
robustness. We note that all simulations above assume
that the the electron spin is initialized and remains in
state |↓e⟩, i.e., these are the fidelitities of the pulses on

the rf1 transition.

We obtain very similar fidelities when the electron spin
is initialized and remains in state |↑e⟩, i.e., for radio-
frequency pulses on the rf2 transition. These are Fπ/2 ≈
0.9998 and Fπ ≈ 0.9994 where the effect of the slightly
lower Rabi frequency of Ωrf2 = (2π)(7.73 ± 0.05) kHz is
compensated by the longer T ∗

2,rf2 = (3.35 ± 0.21)ms on
the rf2 transition qubit. We note that the eigenstates
of the rf2 qubit are superpositions of the bare nuclear
spin eigenstates due to the strong Azx coupling, which
is a particularity of the specific 13C nuclear spin in the
experiment. Finally, driving of the nuclear spin, which
is independent of the electron spin state can in principle
be achieved by simultaneous driving of the rf1 and rf2
transitions, similarly to experiments with NV centers [22]
or as recently demonstrated for the SnV [11].

Heating estimation

In our system, we attribute the primary source of heat-
ing to ohmic losses caused by impedance mismatches in
the mw/rf delivery, particularly at self-soldered connec-
tion points near the sample. Although the wire has min-
imal contact with the diamond, it is positioned to touch
the surface to place the microwave field as close as pos-
sible to the color center, which could still transfer some
heat to the sample. However, we believe the heat load is
mainly transferred via the shared thermal ground at the
mixing chamber (MXC) flange, where both the sample
(via the cold finger) and the mw/rf supply (via connec-
tors) are connected. Therefore, in our heating estima-
tions, we focus on the heat load generated by the pulse se-
quences, specifically the number of rf pulses over a given
period.
For the possible pulse spacing between π rf pulses we con-
servatively estimate τ̃ = 2τ = 24ms or longer. As the
temperature sensor states only a low and delayed rise
of temperature for our applied sequences, we choose an
alternative approach to estimate the heat load in our sys-
tem. For this we compare in Fig. S.10 two nuclear Rabi
experiments (pulse sequence in Fig. 2 (c) in the main
text) and their corresponding electron Rabi normaliza-
tion curves. In order to be able to compare these results
in terms of heating with each other, the measurements
were taken on the same day with the same parameters,
only differing in duty cycles. We calculate the duty cy-
cle as the ratio of the number of π rf pulses to the total
duration of the sequence. For the number of π rf pulses
we divide the overall duration of applied rf pulses with
the 42.5µs length of the π rf pulse. For the duration of
the sequence we take the substantial elements, i.e. wait-
ing and laser elements, into account. We estimate for the
measurement showing no significance of heating a duty
cycle of 4.17%. In the presence of significant heating,
we loose contrast in the nuclear Rabi curve (red fit in
Fig. S.10 (a)). Moreover, the corresponding electron Rabi
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(a) (b)

(c) (d)

𝜋/2 pulse 𝜋 pulse

CPMG, N=8 XY8

FIG. S.9. Simulation of fidelity of the radio-frequency pulses on the rf1 transition vs. amplitude and detuning errors for (a)
a π/2, (b) a π pulse, (c) the CPMG sequence, repeated to include a total of N = 8 pulses, (d) the XY8 sequence. The time
separation between the centers of the π pulses of the CPMG and XY8 sequence is 10ms, corresponding to the optimum time
separation from the simulation in Fig. 3 in the main text. The black lines indicate the typical quantum information threshold
of F (t) = 0.9999. The white lines indicate the range of ±3 times the standard deviations of the amplitude (σϵ = 0.005 = 0.5%)
and frequency detuning (σδ ≈

√
2/T ∗

2,rf1 ≈ (2π)112.5Hz), used in the simulations. The target Rabi frequency in the simulation
is Ω(t) = (2π)11.73 kHz. It is evident that XY8 compensates the expected errors very well. All simulations assume that the
electron spin is initialized and remains in state |↓e⟩.

normalization (Fig. S.10 (b)) shows detuned driving with
a stronger decay. We estimate for this measurement a
duty cycle of 5.38%. The duty cycles correspond to a
(not) possible pulse spacing τ̃ for the memory estimation
of approximately (1πrf-pulse

18.6ms ) 1πrf-pulse
24.0ms . The correspond-

ing measured temperatures are 88.5mK and 93.8mK, re-
spectively, compared to a base temperature of approxi-
mately 77mK taken by a nearby temperature sensor for
a rf input power of 5W feeded into the cryostat.
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