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Figure 4. FT-IR spectra of i) biomass before DMC extraction (solid line), ii) biomass residue after 

DMC extraction (dotted line); iii) PHA extracted with DMC (dashed line). Spectra are focused in 

the carbonyl absorption area and normalized with respect to the carbonyl absorptions. 

 


