
polymers

Article

Enthalpy Relaxation, Crystal Nucleation and Crystal

Growth of Biobased Poly(butylene Isophthalate)

Silvia Quattrosoldi

1,2

, René Androsch

2,

*, Andreas Janke

3

, Michelina Soccio

1

and

Nadia Lotti

1,

*

1 Department of Civil, Chemical, Environmental and Materials Engineering, University of Bologna,
Via Terracini 28, 40131 Bologna, Italy; silvia.quattrosoldi2@unibo.it (S.Q.); m.soccio@unibo.it (M.S.)

2 Interdisciplinary Center for Transfer-Oriented Research in Natural Sciences (IWE TFN), Martin Luther
University Halle-Wittenberg, 06099 Halle/Saale, Germany

3 Leibniz-Institut für Polymerforschung Dresden e.V., Hohe Str. 6, 01069 Dresden, Germany; andy@ipfdd.de
* Correspondence: rene.androsch@iw.uni-halle.de (R.A.); nadia.lotti@unibo.it (N.L.)

Received: 21 December 2019; Accepted: 15 January 2020; Published: 18 January 2020
!"#!$%&'(!
!"#$%&'

Abstract: The crystallization behavior of fully biobased poly(butylene isophthalate) (PBI) has been
investigated using calorimetric and microscopic techniques. PBI is an extremely slow crystallizing
polymer that leads, after melt-crystallization, to the formation of lamellar crystals and rather large
spherulites, due to the low nuclei density. Based upon quantitative analysis of the crystal-nucleation
behavior at low temperatures near the glass transition, using Tammann’s two-stage nuclei development
method, a nucleation pathway for an acceleration of the crystallization process and for tailoring the
semicrystalline morphology is provided. Low-temperature annealing close to the glass transition
temperature (Tg) leads to the formation of crystal nuclei, which grow to crystals at higher temperatures,
and yield a much finer spherulitic superstructure, as obtained after direct melt-crystallization.
Similarly to other slowly crystallizing polymers like poly(ethylene terephthalate) or poly(l-lactic
acid), low-temperature crystal-nuclei formation at a timescale of hours/days is still too slow to allow
non-spherulitic crystallization. The interplay between glass relaxation and crystal nucleation at
temperatures slightly below Tg is discussed.

Keywords: poly(butylene isophthalate); biopolymer; crystallization; crystal nucleation; crystal
growth; enthalpy relaxation; semicrystalline morphology; fast scanning chip calorimetry (FSC);
Tammann’s nuclei development method

1. Introduction

Plastic production continues to grow around the world, mainly using fossil resources. The
production of plastic reached 64.4 Mt in 2017 in Europe [1]. Among the various fields of the application
of plastics, the packaging sector is, by far, the most important for the volumes involved. Due to the short
life of plastic packaging, a huge amount of waste is accumulating in the environment, creating dramatic
marine as well as terrestrial pollution problems. Decreasing finite fossil resources, and mitigating
the environmental impact of plastics, are both becoming very urgent needs. In this view, bio-based
materials are one of the solutions for the development of a sustainable society. In the last few years,
much research had focused on the development of bioplastics, showing comparable performances
in terms of cost and properties to traditional, petroleum-based plastics. Promising materials are the
derivates of isophthalic acid (IPA). IPA is a bio-based building block, obtainable by the cycloaddition
of bio-acrylic acid and bio-isoprene units, or directly via the fermentation of biomasses [2,3]. Solvent
free polycondensation with a bio-based glycol, such as 1,4-butanediol [4–6], can lead to a completely
bio-based homopolymer, poly(butylene isophthalate) (PBI).
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This polyester belongs to the class of poly(alkylene phthalate)s, with a chemical structure similar
to the well-known isomer poly(butylene terephthalate) (PBT) [7], only di↵ering in the position of the
linkage of the phenylene group with the neighbored ester groups. While in case of PBT, the ester
groups are in the para-position, in PBI they are in the meta-position.

PBI was patented in 1952 in the United States [8], and shortly afterwards, a first report about the
crystallization and melting behavior of meta-phenylene groups containing polyesters including PBI
was published [9]. With the glass transition temperature Tg being at about room temperature [10,11],
any commercial use of PBI crucially depends upon its crystallization capability. Though PBI is able
to crystallize [9], the maximum crystallization rate is much lower than in case of PBT. For PBT, the
minimum crystallization halftimes of the order of magnitude of 0.1 and 1 s are observed at around 70
and 145 �C [12–14], related to crystallization via homogenous and heterogeneous crystal nucleation,
respectively [14–16]. For PBI, in contrast, reports suggest that crystallization is fastest between around
80 and 100 �C, with the minimum crystallization halftime being of the order of magnitude of several
minutes [17,18]. Regarding the structure of crystals, to date detailed information about the unit cell
or conformation of chain segments are not available, despite early observation of the X-ray fiber
pattern [7]. The fiber identity period was determined being 2.6 nm, pointing to a slightly distorted
planar zigzag conformation of the butylene sequence with two chemical repeat units per unit cell [19].
The equilibrium melting temperature of PBI crystals is reported being between 143 �C and 165 �C,
while a larger discrepancy exists regarding the bulk enthalpy of melting [9,11,17,18,20]; in a more
recent study a value of 125 J/g is suggested [18]. Little is known about the morphology of PBI crystals.
It may be assumed that melt-crystallization leads to formation of lamellae, since growth proceeds
spherulitically; however, at an extremely low rate [19]. Further characterization of PBI concerns the
segmental dynamics [21] and the rheological behavior in the molten state [22] and in solution [23,24].

Nowadays, PBI is not commercially available, though several patents report suitable industrial
uses [25,26]. Research e↵orts often regard the derivates of PBI, such as end-capped materials, block
copolymers and random copolymers [27–34], with potential application, e.g., as a hot-melt adhesive or
coating. The main drawback for an industrial application of the PBI homopolymer is likely the rather
low crystallization rate, which complicates obtaining semicrystalline products via melt processing,
despite excellent mechanical behavior [27], good barrier properties and easy melt-processability [27]. In
order to explore the possible potential of fully bio-sourced PBI for industrial uses, as well as to further
understand its particularly slow crystallization with respect to its terephthalic counterpart, the present
study attempts to provide a thorough analysis of the formation of semicrystalline morphologies from the
melt and the glassy state. The crystallization rate and semicrystalline structure of polymers are largely
dependent on the crystal nucleation. Therefore, the great part of this work is devoted to investigate the
rather fast formation of crystal nuclei at high supercooling of the melt and even in the glassy state, being
an alternative to the more traditional route of the acceleration of crystallization by using heterogeneous
nucleators [35,36]. These nuclei then may enhance cold-crystallization, and possibly yield a non- or
fine-spherulitic structure in shorter time than in the case of direct melt-crystallization [37,38]. This
approach has already proven successful for other slow crystallizing polymers including poly(ethylene
terephthalate) (PET) [39] or poly(l-lactic acid) (PLLA) [40,41], for which it has been shown that slow
cooling allows the formation of nuclei, not yet crystals, which then grow to crystals on heating.

Fast crystal nucleation at high supercooling of the melt has been attributed to the formation of
homogenous nuclei [15,16,42], however, with their detection being complicated due to their small size
as well as the low enthalpy of formation. In order to overcome this problem, a defined nucleation
experiment inspired by Tammann can be applied, based upon the observation that the temperatures
of the maximum rate of homogenous crystal nucleation and of crystal growth often are largely
di↵erent [43,44]. Tammann’s two-stage crystal nuclei development method implies the formation of
nuclei at high supercooling of the melt or even in the glassy state, and their subsequent growth at
higher temperature, in order to detect them.
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The method was initially applied to investigate the nucleation and crystallization of glycerol [43,44]
and of organic liquids [45], and later on, of silicate glasses [46,47]. Recently Tammann´s method was
proven advantageous to gain information about homogeneous nucleation in polymers, including poly
("-caprolactone) (PCL) [48–50], PLLA [51–53], isotactic poly(butene-1) (iPB-1) [54], polyamide 6 (PA
6) [55] or PET [56]; recently, a modified version of Tammann’s approach was used to study protein
crystal nucleation in solutions [57].

Homogenous crystal nucleation and even crystal growth is not restricted to temperatures above
Tg, but also occurs in the glassy state [47,51,54,55,58–61]. This seems of particular importance for PBI,
since its melt fully vitrifies only slightly above room temperature on cooling at a rather moderate
rate. Subsequent unavoidable annealing/storage of the unstable glass at ambient conditions may
then allow changes of structure toward equilibrium, favored by the rather large characteristic size
of cooperatively rearranging regions near Tg [61,62]. It has been found that for a large number of
polymers [48,54,55,63–65], but also for small molecules [66], there is a well-defined sequence of enthalpy
relaxation/densification of the glass [67,68], homogeneous crystal nucleation and crystal growth. A
possible explanation of this observation is that the cooperative rearrangements of mobile short chain
segments at the few-nanometer-length scale during enthalpy relaxation hinder the formation of crystal
nuclei of supercritical size. Accordingly, in the present study, the nucleation and crystallization behavior
of PBI, as well as enthalpy-relaxation experiments at temperatures slightly below Tg, are included.

The manuscript provides in the first part information about the temperature-dependence of the
overall crystallization rate of PBI, measured by calorimetry, and of the crystal-growth rate, assessed by
hot-stage microscopy. The second part focuses upon the analysis of crystal nucleation at temperatures
near Tg, employing Tammann’s analysis approach, again using calorimetry and optical microscopy.
Note that the latter analysis tool, microscopy, additionally delivers valuable information about the
possibility of tailoring the semicrystalline morphology of PBI by variation of the nucleation and growth
pathway. This second part also includes first-time information about the morphology of PBI-crystals
formed by direct melt-crystallization on one side, or by cold-crystallization, when nuclei formed at
low temperature, on the other side. The third and final part of this study delivers information about
the kinetics of the enthalpy relaxation of the glass, with these data allowing prediction of the onset of
nuclei formation on long-term storage at ambient and sub-ambient temperatures.

2. Materials and Methods

2.1. Material Synthesis, Molecular Characterization and Processing

Dimethyl isophthalate (DMI), 1,4-butanediol (BD), and titanium tetrabutoxide (Ti(OBu)4) were
purchased from Sigma-Aldrich, (Saint Louis, MO, USA). Poly(butylene isophthalate) (PBI) was
synthesized by two-step melt polycondensation, by reacting DMI (13,200 mg, 68.1 mmol) and BD
(7980 mg, 88.5 mmol). The reagents, together with Ti(OBu)4 (3 mg, 0.005 mmol) as a catalyst, were
added in a 200 mL glass reactor, thermoset in a silicon oil bath. The reaction mixture was stirred at
100 rpm by a two-bladed centrifugal stirrer connected to an overhead motor (IKA-Werke GmbH and
Co., Staufen, Germany). The temperature of the system, purged with nitrogen gas, was increased from
room temperature to 200 �C, and kept constant until the 90% of the expected amount of methanol was
distilled o↵. Then, the pressure was slowly decreased to 0.1 mbar while the temperature was increased
to 220 �C. The polycondensation was considered finished when the constant torque of the stirrer was
recorded for three hours. After cooling the system to room temperature, the product was purified
through dissolution in chloroform, followed by precipitation in cold methanol. Finally, the as-purified
polymer was dried at room temperature for 12 h.

The chemical structure of the as-synthesized polymer was confirmed by proton nuclear magnetic
resonance (1H-NMR) spectroscopy at room temperature, employing a Varian Inova 400-MHz (Palo Alto,
CA, USA). For analysis of the molar mass and polydispersity, an Agilent 1100 high-performance liquid
chromatography (HPLC) System (Agilent Technologies, Santa Clara, CA, USA) equipped with a PLgel
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5-µm MiniMIX-C column (Agilent Technologies, Santa Clara, CA, USA), and a refractive index detector
was used. Measurements were conducted at 30 �C, eluting the system with chloroform at a rate of
0.3 mL/min. The samples were prepared by dissolving the material in chloroform, and filtering the
resulting solution (2 mg/mL) through polytetra-fluoroethylene (PTFE) Millipore (0.3 µm). Polystyrene
(2000–100,000 g/mol) was used to obtain a molecular-weight calibration curve. The number average
molar mass and polydispersity of the used PBI were 33,150 g/mol and 2.0, respectively.

Films with a thickness of 100µm were obtained by compression molding, using a Carver laboratory
press. The polymer was sandwiched between two Teflon™ sheets and placed into the press pre-heated
to 200 �C. After a dwell time of 2 min, a pressure of 5 tons/m2 was applied for a further 2 min, and then
the sandwich was removed from the press and allowed for ballistic cooling to room temperature.

2.2. Instrumentation

Polarized-light optical microscopy (POM). A DMRX polarized-light optical microscope (Leica,
Wetzlar, Germany) was employed to study (a) the temperature-dependence of spherulite/crystal
growth rates and (b) the spherulitic superstructure/nuclei density of samples of the PBI crystallized
according to Tammann’s two-stage crystal nuclei development method. The microscope was operated
in transmission mode, with the samples placed between crossed polarizers.

For analysis of spherulite growth rates, a Linkam THMS 600 hot-stage (Linkam Scientific
Instruments, Tadworth, UK) was used. Thin sections of 10 µm thickness were prepared from the
compression-molded films using a rotary microtome (Slee, Mainz, Germany) and placed between
two circular microscope coverslips of 100 µm thickness each. The glass-polymer-glass sandwich was
placed into the Linkam hot-stage, and then the system was heated to 200 �C at a rate of 20 K/min. After
a waiting time of 2 min, the specimen was cooled at 20 K/min to predefined isothermal crystallization
temperatures between 75 and 108 �C. A single sample was used for analysis of the growth rates at
di↵erent temperatures. The spherulite-growth rate was analyzed by taking images with a Motic CCD
camera at discrete time intervals and plotting the spherulite diameters as a function of time.

In the case of analysis of nuclei numbers according to Tammann’s experiment, PBI specimens
between the glass coverslips were quenched from 200 �C to predefined (nucleation) temperatures
between 22 and 50 �C, and annealed for periods of time between 1 and 200 min. Then the system was
transferred to the growth-stage temperature of 100 �C and allowed to crystallize for 20 min. Finally,
after quenching to room temperature, the spherulite structure was analyzed by POM.

Fast Scanning Chip Calorimetry (FSC). FSC was used for analysis of the temperature dependencies
of (a) the gross crystallization rate, (b) the nucleation kinetics at high supercooling of the melt according
to Tammann’s approach, and (c) the kinetics of enthalpy relaxation of the glass. The experiments
were performed using a Flash DSC 1 (Mettler-Toledo, Greifensee, Switzerland) equipped with an
intracooler TC 100 (Huber, O↵enburg, Germany). Specimens were prepared by cutting sections of
10 µm thickness from the 100 µm thick films using a microtome, and reduction of the lateral size of
the thin section to about 50 to 100 µm with the aid of a stereomicroscope. Before placing the sample
onto the membrane of the FSC chip, the sensor was conditioned and temperature-corrected according
the instrument operating instructions. The sample area was purged by nitrogen gas at a flow rate of
around 40 mL/min, and the sample support temperature was set to -90 �C. Further details about the
instrument/sensor are available in the literature [69–73]. Thermal protocols/temperature–time profiles
are detailed below.

Di↵erential Scanning Calorimetry (DSC). DSC was used for analysis of the
temperature-dependence of the gross crystallization rate of PBI, in order to statistically secure the data
obtained by FSC. We employed a heat-flux calorimeter DSC 1 (Mettler-Toledo, Greifensee, Switzerland)
connected to an Intracooler TC 100 (Huber, O↵enburg, Germany). Samples with a mass of around
5 mg were punched from the compression-molded films and sealed in 20 µL aluminum pans. The
furnace of the instrument was purged with nitrogen gas at a flow rate of 60 mL/min. Before starting
the tests, the temperature and heat-flow-rate calibrations were checked by analysis of the melting peak
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of indium. PBI samples were melted by heating to 200 �C, and after equilibration of the system for
5 min, the material was cooled at 50 K/min to predefined crystallization temperatures between 70 and
105 �C, for isothermal crystallization. Data analysis included measurement of the time of maximum
heat flow, that is, the peak-time of crystallization. Three independent measurements, using di↵erent
samples, were performed at selected temperatures, to assure reproducibility of the data.

Atomic force microscopy (AFM). Analysis of the nanometer length-scale semicrystalline
morphology of samples crystallized at 100 �C for 100 min, with the crystallization temperature
directly approached by cooling the melt, or after prior annealing of the amorphous phase near Tg for
200 min, was performed with a Dimension FASTSCAN (Bruker-Nano, USA) operated in peak-force
tapping mode. We employed silicon nitride sensors SCANASYST-FLUID+ (Bruker, USA) with a
nominal spring constant of 0.7 N/m and a tip radius of 2 nm, using 0.02 V as set point. Specimens for
AFM analysis were prepared from microtomed 10-µm-thin sections, with samples placed on a glass
slide crystallized with the upper surface uncovered.

3. Results and Discussion

3.1. Spherulite and Gross Crystallization Rates of PBI

Figure 1a shows characteristic times of crystallization of PBI as a function of temperature. FSC data
(gray squares) were obtained by interruption of the isothermal crystallization process after predefined
crystallization times, and analyzing the achieved crystallinity by the enthalpy of melting during
subsequent heating. Plotting the enthalpy of melting/crystallization as a function of the crystallization
time up to 10,000 s then yields the halftime of crystallization within that time-range. The plot
only contains data for crystallization temperatures at which the primary crystallization process was
completed. DSC data (red circles), in contrast, represent crystallization peak-times, which, however, are
close to the FSC crystallization halftimes. Both data sets reveal that crystallization is fastest at 85–90 �C,
with the crystallization halftime at this temperature being around 3000 s (50 min). Prior research
about the temperature dependence of the crystallization rate yielded values of the temperature of the
maximum crystallization rate of around 60 �C [19], 100 �C [18] and 85 �C [17], with corresponding
minimum crystallization halftimes of around 12,000 s, 456 s and 210 s, respectively. The reason for the
large scattering of data is unknown; it may be speculated that samples used for analysis di↵ered in
their molecular architecture, including molar mass, due to di↵erent synthesis routes, or regarding the
presence of additives/stabilizers.
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of the crystallization temperature. Regarding the characteristic crystallization time, fast scanning
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peak-times of crystallization, respectively. In case of DSC data, the error bar is smaller than the symbol
size, not shown.
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Figure 1b shows the spherulite growth rate of PBI as a function of temperature, as obtained by
POM, revealing a maximum rate of around 200 nm/min at about 95 �C. This is the first report of the
crystal growth rate of PBI, suggesting that the rather low total crystallization rate of this polyester may
be caused, to large degree, by slow secondary nucleation, and not only low nucleation rate. Note that
for the terephthalic, instead of the isophthalic-unit-containing polymer, PBT, the maximum spherulite
growth rate is higher than 60 µm/min [74], that is, lamellar crystal growth in PBT is at least two orders
of magnitude faster than in PBI.

3.2. Analysis of Crystal Nucleation Using Tammann’s Two-Stage Crystal Nuclei Development Method

3.2.1. Optical Microscopy

Optical microscopy was used to obtain semi-quantitative data about crystal nuclei formation in
PBI using Tammann’s method. Figure 2 shows to the right schematically the temperature–time profile
involving ballistic quenching of the equilibrated melt to di↵erent nucleation temperatures between 22
and 50 �C, followed by annealing up to 200 min (blue segment). After the nucleation step, the sample
was ballistically heated to the development-stage temperature of 100 �C (red segment), to allow the
nuclei formed in the nucleation stage, as well as any other nuclei, to growth within 20 min to countable
spherulites. After rapid cooling and freezing the system, POM images were recorded. The left part
of Figure 2 shows a selection of such POM images, revealing the e↵ects of both the nucleation time
(increasing from the left to the right column) and temperature (increasing from the bottom to the top
row). With increasing temperature within the analyzed range from 22 to 50 �C and increasing annealing
time, the number of spherulites/crystal nuclei is increasing. The observation can be interpreted such
that the temperature of maximum the nucleation rate is 50 �C or higher, being just above Tg of 43 �C.
The results are in general agreement with data obtained on di↵erent polymers. In fact, it was found,
e.g., for PCL [48], PLLA [51,52], or PA 6 [55], that homogeneous crystal nucleation is fastest slightly
above Tg. Optical analysis of the nucleation behavior at high supercooling of the melt of polymers
is possible only in the case of slow crystallizers, besides PBI including also PET [75] and PLLA [51].
Otherwise, the nuclei density is too high to allow spherulitic growth at the development stage, rather
than leading to the formation of small nodular domains which only can be seen using higher resolution
microscopic techniques [37,38,76].
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Figure 2. Temperature–time profile for optical analysis of isothermal nuclei formation in PBI, using
Tammann’s two-stage crystal nuclei development method (right). The left part of Figure 2 shows
selected polarized-light optical microscopy (POM) micrographs of PBI crystallized at 100 �C for 20 min,
after nuclei formation at temperatures between 22 �C (bottom row) and 50 �C (top row) for annealing
times between 1 min (left column) and 50 min (right column).
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3.2.2. Calorimetry

Quantitative data about the temperature-dependence of the nucleation kinetics were obtained
by calorimetry. As an example, Figure 3 shows in the left plot a set of FSC heating curves, heat-flow
rate as a function of temperature, collected after subjecting PBI to Tammann’s nuclei development
method. The nucleation temperature was 45 �C and the nucleation time between 1 s (blue curve) and
10,000 s (red curve). After annealing the system at 45 �C, the material was heated at a rate of 1000 K/s
to the growth-stage temperature of 85 �C, to allow the growth of nuclei to crystals for 1000 s. The
amount of formed crystals is then detected on subsequent heating by the enthalpy of melting. The
heating scans in Figure 3a, recorded at a rate of temperature-change of 1000 K/s, show with the step-like
increase of the heat-flow rate the glass transition at around 40 �C and then endothermic melting at
about 125 �C. The melting-peak area represents the fraction of crystals formed in the growth-stage of
Tammann’s experiment, and is proportional to the number of nuclei present at this temperature. These
include nuclei which are permanently present in the sample, nuclei formed during initial cooling of
the equilibrium melt, nuclei forming in the nucleation stage, and nuclei forming during heating the
system from the nucleation temperature to the growth temperature, as well as in the isothermal growth
step. However, as all parameters in the various nucleation experiments are kept constant, except for
the time of annealing in the nucleation stage, any change of the enthalpy of melting is attributed to the
latter parameter. The inset in Figure 3a shows the change of the melting enthalpy as a function of the
annealing time, with the non-zero ground state providing information about nuclei not formed during
isothermal annealing; note that even in the non-annealed sample, melting is detected (blue curve).
Such annealing experiments were performed at di↵erent temperatures between 25 and 55 �C. At lower
temperatures than 25 �C, nucleation is too slow to be detected within the analysis-time range of 10,000
s, and at temperatures higher than 55 �C, crystal growth occurs already in the nucleation stage (see
also Figure 1a). The right plot (Figure 3b) shows the onset time of nuclei formation as a function of
temperature, with the horizontal arrow pointing to the nucleation experiment at 45 �C, explained with
Figure 3a. The data indicate that the nucleation rate exhibits a maximum at 50–55 �C, that is, at much
lower temperature than the crystal growth rate and gross crystallization rate (see Figure 1). Moreover,
nucleation is fastest only slightly above the glass transition temperature, at around Tg + 25 K.

Polymers 2019, 11, x FOR PEER REVIEW 7 of 14 

 

3.2.2. Calorimetry 

Quantitative data about the temperature-dependence of the nucleation kinetics were obtained 
by calorimetry. As an example, Figure 3 shows in the left plot a set of FSC heating curves, heat-flow 
rate as a function of temperature, collected after subjecting PBI to Tammann’s nuclei development 
method. The nucleation temperature was 45 °C and the nucleation time between 1 s (blue curve) and 
10,000 s (red curve). After annealing the system at 45 °C, the material was heated at a rate of 1000 K/s 
to the growth-stage temperature of 85 °C, to allow the growth of nuclei to crystals for 1000 s. The 
amount of formed crystals is then detected on subsequent heating by the enthalpy of melting. The 
heating scans in Figure 3a, recorded at a rate of temperature-change of 1000 K/s, show with the step-
like increase of the heat-flow rate the glass transition at around 40 °C and then endothermic melting 
at about 125 °C. The melting-peak area represents the fraction of crystals formed in the growth-stage 
of Tammann’s experiment, and is proportional to the number of nuclei present at this temperature. 
These include nuclei which are permanently present in the sample, nuclei formed during initial 
cooling of the equilibrium melt, nuclei forming in the nucleation stage, and nuclei forming during 
heating the system from the nucleation temperature to the growth temperature, as well as in the 
isothermal growth step. However, as all parameters in the various nucleation experiments are kept 
constant, except for the time of annealing in the nucleation stage, any change of the enthalpy of 
melting is attributed to the latter parameter. The inset in Figure 3a shows the change of the melting 
enthalpy as a function of the annealing time, with the non-zero ground state providing information 
about nuclei not formed during isothermal annealing; note that even in the non-annealed sample, 
melting is detected (blue curve). Such annealing experiments were performed at different 
temperatures between 25 and 55 °C. At lower temperatures than 25 °C, nucleation is too slow to be 
detected within the analysis-time range of 10,000 s, and at temperatures higher than 55 °C, crystal 
growth occurs already in the nucleation stage (see also Figure 1a). The right plot (Figure 3b) shows 
the onset time of nuclei formation as a function of temperature, with the horizontal arrow pointing 
to the nucleation experiment at 45 °C, explained with Figure 3a. The data indicate that the nucleation 
rate exhibits a maximum at 50–55 °C, that is, at much lower temperature than the crystal growth rate 
and gross crystallization rate (see Figure 1). Moreover, nucleation is fastest only slightly above the 
glass transition temperature, at around T g + 25 K. 

 

Figure 3. FSC heating curves, heat-flow rate as a function of temperature, of PBI, collected after 
subjecting PBI to Tammann’s nuclei development method (a). The nucleation temperature was 45 °C 
and the nucleation time between 1 s (blue) and 10,000 s (red). The growth-stage temperature and time 
were 85 °C and 1000 s, respectively, and the transfer-heating rate, that is, the rate of heating the system 
from 45 °C to 85 °C, was 1000 K/s. The inset shows the enthalpy of melting as a function of the 
nucleation time at 45 °C. The right plot (b) shows the onset time of nuclei formation as a function of 
temperature. 

Figure 3. FSC heating curves, heat-flow rate as a function of temperature, of PBI, collected after
subjecting PBI to Tammann’s nuclei development method (a). The nucleation temperature was 45 �C
and the nucleation time between 1 s (blue) and 10,000 s (red). The growth-stage temperature and
time were 85 �C and 1000 s, respectively, and the transfer-heating rate, that is, the rate of heating the
system from 45 �C to 85 �C, was 1000 K/s. The inset shows the enthalpy of melting as a function of
the nucleation time at 45 �C. The right plot (b) shows the onset time of nuclei formation as a function
of temperature.
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3.2.3. Semicrystalline Morphology of Hot- and Cold-Crystallized PBI

Figure 4 illustrates the e↵ect of the nucleation pathway on crystallization at 100 �C, demonstrating
that it is an e↵ective route to tailor the semicrystalline morphology of PBI. The left two images are
POM micrographs, revealing the spherulitic superstructure obtained by direct melt-crystallization
(top image, also called hot-crystallization), or by cold-crystallization (bottom image). In case of
direct melt-crystallization, the equilibrium melt was quenched to 100 �C, while in the case of
cold-crystallization, the material was subjected to annealing at 22 �C for more than 12 h, before
crystallization at the same temperature of 100 �C. The images show clearly that cold-crystallization
after prior annealing at a temperature near Tg causes the formation of a much finer superstructure than
the one obtained after direct melt-crystallization. The spherulite sizes are of the order of magnitude of
10 and 2 µm after hot- and cold-crystallization, respectively, with this di↵erence likely impacting, e.g.,
the mechanical properties of the material [77–79].
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Figure 4. POM-images (left, b/w) and atomic force microscopy *AFM)-images (right, colored) of PBI
crystallized at 100 �C. The crystallization temperature was approached either directly by cooling the
melt (upper row images, hot-crystallization) or by heating the glass after annealing at 22 �C for more
than 12 h, to allow nuclei formation (lower-row images, cold-crystallization).

The four images to the right were obtained by AFM and show the structure at higher spatial
resolution. The di↵erent size of spherulites after hot- (top images) and cold-crystallization (bottom
images) is confirmed with the left two AFM-images. The upper image shows in the top left quadrant
the center of a spherulite with a radius of about 6 µm, while the four spherulites in the lower image
exhibit a radius of about 1 µm. In both cases, hot- and cold-crystallization, crystals are of lamellar shape,
and the long dimension of the lamellae is oriented parallel to the spherulite radius. The thickness of
the lamellae is of the order of magnitude of 10 nm.

3.3. Kinetics of Enthalpy Relaxation of the Glass of PBI

Figure 5a shows sets of FSC curves, recorded on heating using a rate 1000 K/s. Before heating,
the relaxed PBI melt was cooled from 180 �C at 1000 K/s, which yielded fully amorphous samples. Then
the obtained glasses were annealed at di↵erent temperatures between �20 �C (bottom set of curves)
and 25 �C (top set of curves) for di↵erent times between 0.001 s (blue) and 10,000 s (red). Heating scans
obtained on samples annealed for 0.001 s reveal with the heat-capacity step devitrification of the glass
at about 42 �C.
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Figure 5. Sets of FSC heating scans, recorded at a rate of temperature-change of 1000 K/s, of PBI
annealed at di↵erent temperatures between �20 �C (bottom set of curves) and 25 �C (top set of curves)
for di↵erent time between 0.001 s (blue) and 10,000 s (red) (a). Before annealing, the sample was cooled
from 180 �C, using a rate of 1000 K/s, yielding a fully amorphous sample. Enthalpy of relaxation as a
function of the time of annealing at temperatures between 15 and 27.5 �C (b), and between �20 and
15 �C (c).

Only a minor enthalpy recovery-peak is detected, caused by the short residence time of the
sample in the glassy state. With increasing the annealing time, the enthalpy-recovery peak, which
superimposes with the heat-capacity step, increases in area due to relaxation of the glass during the
prior isothermal annealing step. Quantitative information about the relaxation kinetics is obtained
by evaluation of the annealing-time dependence of the area of the enthalpy-recovery peak, shown
with Figure 5b,c. While Figure 5b shows data associated to annealing experiments between 15 and
27.5 �C, Figure 5c contains data of annealing experiments performed between �20 and 15 �C. Note
that the relaxation-enthalpy was calculated by integrating all curves of a given curve set in a wider
temperature range, covering the glass transition and the enthalpy-recovery peak, and subtracting from
the obtained values the enthalpy of the sample annealed for 0.001 s.

Annealing at temperatures slightly below Tg, at temperatures between 20 and 27.5 �C, allows
completion of the relaxation process within 10,000 s, as indicated with the constant relaxation enthalpy
after a certain annealing time, which, however, depends upon the annealing temperature (see green
curve and gray horizontal lines in Figure 5b). As expected, with decreasing annealing temperature,
longer time is needed to obtain a metastable structure/enthalpy-value, as well as increasing the
maximum relaxation strength, that is, the maximum possible enthalpy change [67].
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If the annealing temperature is below 20 �C, however, a stationary structural state cannot be
realized within 10,000 s annealing (see orange data-points and curve). In addition, if the annealing
temperature is reduced further, to temperatures lower than 15 �C (see Figure 5c), then relaxation
slows down. In the case of annealing at 15 �C, relaxation begins after about 0.05 s, while on annealing
at �20 �C, this relaxation only starts after about 1 s. Moreover, the slope of the curves seems to be
decreasing with decreasing annealing temperature.

Important in the present study of the nucleation and crystallization behavior of PBI is the estimation
of the time needed to complete the enthalpy relaxation. As described above in the Introduction, crystal
nucleation in the glassy state requires that the cooperative rearrangements of the short chain segments,
which occur during enthalpy relaxation, must complete, since only then can the nuclei of supercritical
size form. As such, inspection of the data of Figure 5b,c leads to the conclusion that crystal nucleation
in the glassy state, at temperatures of 20, 22.5, 25 and 27.5 �C, will not start on annealing shorter than
about 7, 25, 100 and 500 s, respectively.

As a summary, allowing an easy comparison of the kinetics of glass relaxation, crystal nucleation as
well as crystallization, Figure 6 shows the time of the completion of the enthalpy relaxation (blue), onset
time of nuclei formation (gray) and halftime of crystallization of PBI (red), as a function of temperature.
Crystallization halftimes were determined on direct melt-crystallization (see also Figure 1a, squares
and circles) and after prior nuclei formation at 45 �C for few hours (star symbol). The nuclei-transfer
heating rate, that is, the rate of heating the nuclei from 45 �C to the crystallization temperature of 100 �C,
was 10 K/min. In accordance with the observations described with Figures 2 and 3, cold-crystallization
at 100 �C, after annealing at 45 �C for less than 5 h is more than 3–5 times faster than hot-crystallization
at the same temperature.
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Figure 6. Time of completion of enthalpy relaxation (blue), onset time of nuclei formation (gray),
and crystallization halftime of PBI (red) as a function of temperature. Crystallization halftimes were
determined on direct melt-crystallization (see also Figure 1a, squares and circles) and after prior nuclei
formation at 45 �C for di↵erent times (star symbol). The nuclei-transfer heating rate, that is, the rate of
heating the nuclei from 45 �C to the growth-temperature, was 50 K/min.

4. Conclusions

The crystallization behavior and the amorphous-phase dynamics of fully biobased poly(butylene
isophthalate) were deeply investigated. The structural and calorimetric results confirmed its nature of
a very slow crystallizing polymer due to the meta-configuration of the ester groups on the isophthalic
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moiety. The low nuclei density allows obtaining lamellar crystals and rather large spherulites through
direct melt-crystallization.

Tammann’s two-stage crystal nuclei development method was successfully applied for accelerating
the crystallization process via homogenous nucleation and for tailoring the semicrystalline morphology.
Low-temperature annealing near the glass transition temperature leads to formation of crystal nuclei,
which grow to crystals at elevated temperature and yield a much finer spherulitic superstructure than is
obtained after direct melt-crystallization. As the solid-state features of a polymer deeply depend upon
the amount and the kind of the ordered phases, the thermal treatments applied here o↵er specific ways
to tailor the functional properties of the final material. The amorphous phase was also investigated,
focusing on enthalpy relaxation. The study of the disordered portion evidences the densification
capability of PBI at room temperature that could be responsible for the outstanding barrier properties.

Author Contributions: Conceptualization, R.A., M.S. and N.L.; Investigation, S.Q., R.A. and A.J.; writing—original
draft preparation, S.Q. and R.A.; writing—review and editing, S.Q., N.L., M.S., A.J. and R.A. All authors have read
and agreed to the published version of the manuscript.

Funding: This research received no external funding.

Acknowledgments: The authors thank Hande Ece Yener (Martin Luther University Halle-Wittenberg) for
collection of DSC data.

Conflicts of Interest: The authors declare no conflict of interest.

References

1. Association of Plastics Manifacturors. Plastics-The Facts 2018. Plast. Eur. 2018, 1–57.
2. Frost, J.W. Synthesis of Biobased and Substituted Terephthalic Acids and Isophthalic Acids. U.S. Patent

No.9,499,465, 22 November 2016.
3. He, Y.C.; Wu, Y.D.; Pan, X.H.; Ma, C.L. Biosynthesis of Terephthalic Acid, Isophthalic Acid and Their

Derivatives from the Corresponding Dinitriles by Tetrachloroterephthalonitrile-Induced Rhodococcus Sp.
Biotechnol. Lett. 2014, 36, 341–347. [CrossRef] [PubMed]

4. Yim, H.; Haselbeck, R.; Niu, W.; Pujol-Baxley, C.; Burgard, A.; Boldt, J.; Khandurina, J.; Trawick, J.D.;
Osterhout, R.E.; Stephen, R.; et al. Metabolic Engineering of Escherichia Coli for Direct Production of
1,4-Butanediol. Nat. Chem. Biol. 2011, 7, 445–452. [CrossRef] [PubMed]

5. Bechthold, I.; Bretz, K.; Kabasci, S.; Kopitzky, R.; Springer, A. Succinic Acid: A New Platform Chemical for
Biobased Polymers from Renewable Resources. Chem. Eng. Technol. 2008, 31, 647–654. [CrossRef]

6. Liu, H.; Lu, T. Autonomous Production of 1,4-Butanediol via a de Novo Biosynthesis Pathway in Engineered
Escherichia Coli. Metab. Eng. 2015, 29, 135–141. [CrossRef]

7. Radusch, H.-J. Poly (butylene terephthalate). In Handbook of Thermoplastic Polyesters; Fakirov, S., Ed.;
Wiley-VCH: Weinheim, Germany, 2001; Volume 1, pp. 389–419.

8. Flory, P.J.; Leutner, F.S. Crystalline Tetramethylene Isophthalate Polymer. U.S. Patent No. 2,623,034,
23 December 1952.

9. Conix, A.; Van Kerpel, R. Crystallization Behavior and Melting Properties of M-Phenylene Group Containing
Polyesters. J. Polym. Sci. 1959, 40, 521–532. [CrossRef]

10. Gilbert, M.; Hybart, F.J. E↵ect of chemical structure on crystallization rates and melting of polymers: 2.
Aliphatic polyesters. Polymer 1974, 15, 407–412. [CrossRef]

11. Castles, J.L.; Vallance, M.A.; McKenna, J.M.; Cooper, S.L. Thermal and Mechanical Properties of Short-Segment
Block Copolyesters and Copolyether-Esters. J. Polym. Sci. Polym. Phys. 1985, 23, 2119–2147. [CrossRef]

12. Pyda, M.; Nowak-Pyda, E.; Heeg, J.; Huth, H.; Minakov, A.A.; Di Lorenzo, M.L.; Schick, C.; Wunderlich, B.
Melting and crystallization of poly (butylene terephthalate) by temperature-modulated and superfast
calorimetry. J. Polym. Sci. Polym. Phys. 2006, 44, 1364–1377. [CrossRef]

13. Schawe, J.E. Influence of processing conditions on polymer crystallization measured by fast scanning DSC. J.
Therm. Anal. Calorim. 2014, 116, 1165–1173. [CrossRef]

14. Androsch, R.; Rhoades, A.M.; Stolte, I.; Schick, C. Density of heterogeneous and homogeneous crystal nuclei
in poly (butylene terephthalate). Eur. Polym. J. 2015, 66, 180–189. [CrossRef]



Polymers 2020, 12, 235 12 of 14

15. Androsch, R.; Schick, C. Crystal nucleation of polymers at high supercooling of the melt. Adv. Polym. Sci.
2015, 276, 257–288.

16. Schick, C.; Androsch, R.; Schmelzer, J.W.P. Homogeneous crystal nucleation in polymers. J. Phys. Condens.
Matter 2017, 29, 453002. [CrossRef] [PubMed]

17. Finelli, L.; Lotti, N.; Munari, A. Influence of Branching on the Thermal Behavior of Poly (Butylene Isophthalate).
J. Appl. Polym. Sci. 2002, 84, 2001–2010. [CrossRef]

18. Righetti, M.C.; Pizzoli, M.; Lotti, N.; Munari, A. Crystallization Kinetics and Melting Behavior of Poly
(Butylene Adipate), Poly (Butylene Isophthalate) and Their Copolymers. Macromol. Chem. Phys. 1998, 199,
2063–2070. [CrossRef]

19. Gilbert, M.; Hybart, F.J. E↵ect of chemical structure on crystallization rates and melting of polymers: Part 1.
Aromatic polyesters. Polymer 1972, 13, 327–332. [CrossRef]

20. Phillips, R.A.; McKenna, J.M.; Cooper, S.L. Glass Transition and Melting Behavior of Poly (Ether-ester)
Multiblock Copolymers with Poly (Tetramethylene Isophthalate) Hard Segments. J. Polym. Sci. Part B Polym.
Phys. 1994, 32, 791–802. [CrossRef]

21. Sanz, A.; Nogales, A.; Ezquerra, T.A.; Lotti, N.; Munari, A.; Funari, S.S. Order and Segmental Mobility during
Polymer Crystallization: Poly (Butylene Isophthalate). Polymer 2006, 47, 1281–1290. [CrossRef]

22. Munari, A.; Pilati, F.; Pezzin, G. Melt Viscosity of Linear and Branched Poly (Butyleneisophthalate). Rheol.
Acta 1988, 27, 145–149. [CrossRef]

23. Bandiera, M.; Munari, A.; Manaresi, P.; Pizzoli, M. Dilute Solution and Thermal Behaviour of Random Poly
(Butylene Isophthalate/Terephthalate) Copolymers. Eur. Polym. J. 1994, 30, 503–508. [CrossRef]

24. Bandiera, M.; Munari, A.; Pezzin, G. Rheological Characterization of Random Poly (Butylene
Isophthalate/Terephthalate) Copolymers. Eur. Polym. J. 1997, 33, 497–500. [CrossRef]

25. DeBruin, B.R. Polyester Process Using a Pipe Reactor. U.S. Patent No. 6,861,494, 1 March 2005.
26. DeBruin, B.R. Polyester Production System Employing Horizontally Elongated Esterification Vassels. U.S.

Patent No. 7,943,094, 2011.
27. Wang, Z.; Li, W.; Zhao, X.; Zhu, D.; You, J. Self-Segregation Behavior of

n-Ethyl-Pentadecafluorooctanamide-Terminated Polybutylene Isophthalate and Its E↵ects on Film
Morphology and Wettability. J. Phys. Chem. B 2009, 113, 15204–15211. [CrossRef] [PubMed]

28. Huang, X.; Guo, R.; Lan, J. Synthesis and Characterizations of Branched Poly (Butylene Isophthalate)-Co-Poly
(Tetramethylene Glycol)-Co-Poly (Ethylene Glycol) Fibers with Excellent Low Temperature Elastic Recovery.
Polym. Sci. Ser. B 2015, 57, 313–321. [CrossRef]

29. Gómez, F.; Quintana, R.; De Ilarduya, A.M.; Rudé, E.; Muñoz-Guerra, S. Poly (Butylene
Terephthalate-Co-5-Tert-Butyl Isophthalate) Copolyesters: Synthesis, Characterization, and Properties.
J. Polym. Sci. Part A Polym. Chem. 2005, 43, 92–100. [CrossRef]

30. Stevenson, J.C.; Cooper, S.L. Microstructure and Property Changes Accompanying Hard-Segment
Crystallization in Block Copoly (Ether-Ester) Elastomers. Macromolecules 1988, 21, 1309–1316. [CrossRef]

31. Lotti, N.; Finelli, L.; Munari, A.; Siracusa, V. Melting Behavior and Crystallization Kinetics of Sulfonated
Poly (Butylene Isophthalate). Polym. Eng. Sci. 2002, 42, 1590–1599. [CrossRef]

32. Finelli, L.; Lotti, N.; Munari, A. Crystallization Kinetics and Melting Behavior of Poly (Butylene
Isophthalate/Terephthalate) Random Copolyesters. Eur. Polym. J. 2001, 37, 2039–2046. [CrossRef]

33. Wang, Z.; Appelhans, D.; Synytska, A.; Komber, H.; Simon, F.; Grundke, K.; Voit, B. Studies of Surface
Segregation and Surface Properties of N-Pentylperfluorooctaneamide End-Capped Semicrystalline Poly
(Butylene Isophthalate) Films. Macromolecules 2008, 41, 8557–8565. [CrossRef]

34. Alvarez, C.; Capitan, M.J.; Lotti, N.; Munari, A.; Ezquerra, T.A. Structure� Dynamics Relationships in
Random Poly (butylene isophthalate-co-butylene adipate) Copolyesters As Revealed by Dielectric Loss
Spectroscopy and X-ray Scattering. Macromolecules 2003, 36, 3245–3253. [CrossRef]

35. Binsbergen, F.L. Natural and artificial heterogeneous nucleation in polymer crystallization. J. Polym. Sci.
Polym. Symp. 1977, 59, 11–29. [CrossRef]

36. Chatterjee, A.M.; Price, F.P.; Newman, S. Heterogeneous nucleation of crystallization of high polymers from
the melt. III. Nucleation kinetics and interfacial energies. J. Polym. Sci. Polym. Phys. 1975, 13, 2391–2400.
[CrossRef]

37. Schick, C.; Androsch, R. Nucleation-controlled semicrystalline morphology of bulk polymers. Polym. Cryst.
2018, 1, e10036. [CrossRef]



Polymers 2020, 12, 235 13 of 14

38. Androsch, R.; Di Lorenzo, M.L.; Schick, C. Optical microscopy to study crystal nucleation in polymers using
a fast scanning chip calorimeter for precise control of the nucleation pathway. Macromol. Chem. Phys. 2018,
219, 1700479. [CrossRef]

39. Kiflie, Z.; Piccarolo, S.; Brucato, V.; Baltá-Calleja, F.J. Role of thermal history on quiescent cold crystallization
of PET. Polymer 2002, 43, 4487–4493. [CrossRef]

40. Salmerón Sánchez, M.; Mathot, V.B.F.; Vanden Poel, G.; Gómez Ribelles, J.L. E↵ect of the cooling rate on
the nucleation kinetics of poly (l-lactic acid) and its influence on morphology. Macromolecules 2007, 40,
7989–7997. [CrossRef]

41. De Santis, F.; Pantani, R.; Titomanlio, G. Nucleation and crystallization kinetics of poly (lactic acid).
Thermochim. Acta 2011, 522, 128–134. [CrossRef]

42. Toda, A.; Androsch, R.; Schick, C. Insights into polymer crystallization and melting from fast scanning chip
calorimetry. Polymer 2016, 91, 239–263. [CrossRef]

43. Tammann, G. Ueber die Abhängigkeit der Zahl der Kerne, welche sich in verschiedenen unterkühlten
Flüssigkeiten bilden, von der Temperatur. Z. Phys. Chem. 1898, 25, 441–479. [CrossRef]

44. Tammann, G.; Jenckel, E. Die Kristallisationsgeschwindigkeit und die Kernzahl des Glycerins in Abhängigkeit
von der Temperatur. Z. Anorg. Allg. Chem. 1930, 193, 76–80. [CrossRef]

45. Mikhnevich, G.L.; Browko, J.F. Stability of the crystallization centers of an organic liquid at various
temperatures and conclusions to be drawn therefrom concerning Tammann’s method. Phys. Z. Sowjetunion
1938, 13, 113–122.

46. Nascimento, M.L.F.; Fokin, V.M.; Zanotto, E.D.; Abyzov, A.S. Dynamic Processes in a Silicate Liquid from
above Melting to below the Glass Transition. J. Chem. Phys. 2011, 135, 194703. [CrossRef] [PubMed]

47. Fokin, V.M.; Zanotto, E.D.; Yuritsyn, N.S.; Schmelzer, J.W.P. Homogeneous Crystal Nucleation in Silicate
Glasses: A 40 Years Perspective. J. Non Cryst. Solids 2006, 352, 2681–2714. [CrossRef]

48. Zhuravlev, E.; Schmelzer, J.W.P.; Wunderlich, B.; Schick, C. Kinetics of nucleation and crystallization in poly
("-caprolactone) (PCL). Polymer 2011, 52, 1983–1997. [CrossRef]

49. Wurm, A.; Zhuravlev, E.; Eckstein, K.; Jehnichen, D.; Pospiech, D.; Androsch, R.; Wunderlich, B.; Schick, C.
Crystallization and homogeneous nucleation kinetics of poly ("-caprolactone) (PCL) with di↵erent molar
masses. Macromolecules 2012, 45, 3816–3828. [CrossRef]

50. Zhuravlev, E.; Schmelzer, J.W.P.; Abyzov, A.S.; Fokin, V.M.; Androsch, R.; Schick, C. Experimental test of
Tammann’s nuclei development approach in crystallization of macromolecules. Cryst. Growth Des. 2015, 15,
786–798. [CrossRef]

51. Androsch, R.; Di Lorenzo, M.L. Crystal nucleation in glassy poly (l-lactic acid). Macromolecules 2013, 46,
6048–6056. [CrossRef]

52. Androsch, R.; Di Lorenzo, M.L. Kinetics of crystal nucleation of poly (l-lactic acid). Polymer 2013, 54,
6882–6885. [CrossRef]

53. Androsch, R.; Iqbal, H.N.; Schick, C. Non-isothermal crystal nucleation of poly (l-lactic acid). Polymer 2015,
81, 151–158. [CrossRef]

54. Stolte, I.; Androsch, R.; Di Lorenzo, M.L.; Schick, C. E↵ect of aging the glass of isotactic polybutene-1 on
form II nucleation and cold crystallization. J. Phys. Chem. B 2013, 117, 15196–15203. [CrossRef]

55. Androsch, R.; Schick, C.; Schmelzer, J.W.P. Sequence of Enthalpy Relaxation, Homogeneous Crystal Nucleation
and Crystal Growth in Glassy Polyamide 6. Eur. Polym. J. 2014, 53, 100–108. [CrossRef]

56. Androsch, R.; Schick, C.; Rhoades, A.M. Application of Tammann’s Two-Stage Crystal Nuclei Development
Method for Analysis of the Thermal Stability of Homogeneous Crystal Nuclei of Poly (Ethylene Terephthalate).
Macromolecules 2015, 48, 8082–8089. [CrossRef]

57. Nanev, C.N. Recent experimental and theoretical studies on protein crystallization. Cryst. Res. Technol. 2017,
52, 1600210. [CrossRef]

58. Hernández Sánchez, F.; Molina Mateo, J.; Romero Colomer, F.J.; Salmerón Sánchez, M.; Gómez Ribelles, J.L.;
Mano, J.F. Influence of low-temperature nucleation on the crystallization process of poly (l-lactide).
Biomacromolecules 2005, 6, 3283–3290. [CrossRef] [PubMed]

59. Mileva, D.; Androsch, R.; Zhuravlev, E.; Schick, C.; Wunderlich, B. Homogeneous nucleation and mesophase
formation in glassy isotactic polypropylene. Polymer 2012, 53, 277–282. [CrossRef]

60. Zanotto, E.D.; James, P.F. Experimental tests of the classical nucleation theory for glasses. J. Non Cryst. Solids
1985, 74, 373–394. [CrossRef]



Polymers 2020, 12, 235 14 of 14

61. Donth, E. The size of cooperatively rearranging regions at the glass transition. J. Non Cryst. Solids 1982, 53,
325–330. [CrossRef]

62. Donth, E. Characteristic length of the glass transition. J. Polym. Sci. Polym. Phys. 1996, 34, 2881–2892.
[CrossRef]

63. Papageorgiou, D.G.; Zhuravlev, E.; Papageorgiou, G.Z.; Bikiaris, D.; Chrissafis, K.; Schick, C. Kinetics of
nucleation and crystallization in poly (butylene succinate) nanocomposites. Polymer 2014, 55, 6725–6734.
[CrossRef]

64. Androsch, R.; Schick, C. Interplay between the relaxation of the glass of random l/d-lactide copolymers
and homogeneous crystal nucleation: Evidence for segregation of chain defects. J. Phys. Chem. B 2016, 120,
4522–4528. [CrossRef]

65. Androsch, R.; Zhuravlev, E.; Schmelzer, J.W.P.; Schick, C. Relaxation and crystal nucleation in polymer
glasses. Eur. Polym. J. 2018, 102, 195–208.

66. Angell, C.A.; Macfarlane, D.R.; Oguni, M. The Kauzmann paradox, metastable liquids, and ideal glasses: A
summary. Ann. N. Y. Acad. Sci. 1986, 484, 241–247. [CrossRef]

67. Hodge, I.M. Enthalpy relaxation and recovery in amorphous materials. J. Non Cryst. Solids 1994, 169, 211–266.
[CrossRef]

68. Hodge, I.M. Physical aging in polymer glasses. Science 1995, 267, 1945–1947. [CrossRef] [PubMed]
69. Mathot, V.; Pyda, M.; Pijpers, T.; Vanden Poel, G.; van de Kerkhof, E.; van Herwaarden, S.; van Herwaarden, F.;

Leenaers, A. The Flash DSC 1, a Power Compensation Twin-type, Chip-based Fast Scanning Calorimeter
(FSC): First Findings on Polymers. Thermochim. Acta 2011, 522, 36–45. [CrossRef]

70. Van Herwaarden, S.; Iervolino, E.; van Herwaarden, F.; Wij↵els, T.; Leenaers, A.; Mathot, V. Design,
Performance and Analysis of Thermal Lag of the UFS1 Twin-calorimeter Chip for Fast Scanning Calorimetry
using the Mettler-Toledo Flash DSC 1. Thermochim. Acta 2011, 522, 46–52. [CrossRef]

71. Iervolino, E.; van Herwaarden, A.W.; van Herwaarden, F.G.; van de Kerkhof, E.; van Grinsven, P.P.W.;
Leenaers, A.C.H.I.; Mathot, V.B.F.; Sarro, P.M. Temperature Calibration and Electrical Characterization of the
Di↵erential Scanning Calorimeter Chip UFS1 for the Mettler-Toledo Flash DSC 1. Thermochim. Acta 2011,
522, 53–59. [CrossRef]

72. Vanden Poel, G.; Istrate, D.; Magon, A.; Mathot, V. Performance and Calibration of the Flash DSC 1, a New,
MEMS-based Fast Scanning Calorimeter. Therm. Anal. Calorim. 2012, 110, 1533–1546. [CrossRef]

73. Jariyavidyanont, K.; Abdelaziz, A.; Androsch, R.; Schick, C. Experimental analysis of lateral thermal
inhomogeneity of a specific chip-calorimeter sensor. Thermochim. Acta 2019, 674, 95–99. [CrossRef]

74. Di Lorenzo, M.L.; Righetti, M.C. Crystallization of poly (butylene terephthalate). Polym. Eng. Sci. 2003, 43,
1889–1894. [CrossRef]

75. Illers, K.H. Geordnete Strukturen in „amorphem“ Polyäthylenterephthalat. Kolloid Z. Z. Polym. 1971, 245,
393–398. [CrossRef]

76. Zhang, R.; Zhuravlev, E.; Androsch, R.; Schick, C. Visualization of Polymer Crystallization by In Situ
Combination of Atomic Force Microscopy and Fast Scanning Calorimetry. Polymers 2019, 11, 890. [CrossRef]
[PubMed]

77. Starkweather, H.W.; Brooks, R.E. E↵ect of spherulites on the mechanical properties of nylon 66. J. Appl.
Polym. Sci. 1959, 1, 236–239. [CrossRef]

78. Way, J.L.; Atkinson, J.R.; Nutting, J. The e↵ect of spherulite size on the fracture morphology of polypropylene.
J. Mater. Sci. 1974, 9, 293–299. [CrossRef]

79. Perkins, W.G. Polymer toughness and impact resistance. Polym. Eng. Sci. 1999, 39, 2445–2460. [CrossRef]

© 2020 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).


