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Abstract: This work investigates the fracture behavior of maraging steel specimens manufactured
by the selective laser sintering (SLS) technology, in which a crack-like notch (sharp notch) was
directly produced during the additive manufacturing (AM) process. For the evaluation of the fracture
toughness, the inclined asymmetrical semi-circular specimen subjected to three points loading (IASCB)
was used, allowing to cover a wide variety of Mode I and II combinations. The effectiveness of
manufacturing crack-like notches via the SLS technique in metals was evaluated by comparing the
obtained experimental results with the ones obtained with pre-cracks induced by fatigue loading.
The investigation was carried out by using the digital image correlation (DIC) technique, that allowed
the evaluation of the full displacement fields around the crack tip. The displacement field was then
used to compute the stress intensity factors (SIFs) for various combinations of Mode I and II, via a
fitting technique which relies on the Williams’ model for the displacement. The SIFs obtained in this
way were compared to the results obtained with the conventional critical load method. The results
showed that the discrepancy between the two methods reduces by ranging from Mode I to Mode II
loading condition. Finally, the experimental SIFs obtained by the two methods were described by the
mixed mode local stress criterium.
Keywords: additive manufacturing; selective laser sintering; maraging steel; fracture toughness;
stress intensity factors; mixed mode I-II; IASCB specimens; digital image correlation; Williams’ model;
local stress criterium

1. Introduction
Additive manufacturing (AM) is a powerful technique that allows one to manufacture complex
geometries, which would be difficult or impossible to obtain with the traditional subtractive techniques.
Among the AM techniques, selective laser sintering (SLS) is one of the most widespread. It exploits
a laser beam to sinter powder to build objects bottom-up, layer-by-layer and has the advantage
of being applicable to a large variety of materials [1] such as metals, polymers, ceramics or wax.
However, one drawback of the SLS technique is that the mechanical properties of the product depend
on the direction in which the geometry is built up, which is to be properly chosen, especially when
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designing structural components [2]. This work investigates the fracture mechanics properties of
SLS metallic materials and the capability of the AM processes to build 3-D artificial crack-like notch
into them. This less conventional method could be used to induce internal crack-like notches in
the specimens and study three-dimensional fracture mechanics problems, which are difficult to be
tackled by conventional methods. Previous study of T. Brugo et al. [3] on fracture toughness of
AM Polyamide materials have shown that it is possible to intentionally induce crack-like notches in
any desired direction during the AM process and that the building direction slightly influences the
fracture toughness.
In literature, several configurations are proposed to investigate mixed mode I/II fracture behavior.
Two main types of configurations can be found: the first one exploits the use of asymmetrical
rectangular specimens, such as [4,5] or the modified compact tension (CT) specimen [6]. The second
one involves the use of disc-like specimens, such as the Brazilian Disc (BD) [7], the Semi-Circular Bend
(SCB) [8] specimen, the Asymmetric Semi-Circular Bend (ASCB) [9,10] specimen and the Inclined edge
cracked Semi-Circular Bend (IASCB) [11,12] specimen. In this work the IASCB specimen, subjected to
three-point bend loading, was utilized (the test configuration is described in detail in § 2.2). This
specimen, compared to the other ones reported, gives the opportunity to cover a wider range of the
stress intensity factors (KI and KII ) and T-Stress without requiring a complicated loading fixture.
IASCB specimens were manufactured by SLS with different crack-like notch angles and compared
with others in which the crack was induced by fatigue loading, considering different values of
support spans. To evaluate the fracture behavior, the digital image correlation technique (DIC) was
exploited. Along with the electronic speckle pattern interferometry (ESPI) [13], the DIC is one of the
most widespread optical technique that allows to easily and cheaply measure the full displacement
and strain field [14]. It requires just a camera of sufficiently high resolution and an algorithm to
perform the correlation between the images, which is carried out by exploiting a speckle pattern
(usually spray-painted) on the surface of the sample. This pattern serves as an aid for the correlation
algorithm, which relies on matching subsets of pixels in consecutive images: the location of a point in
an undeformed subset is found in the deformed image, and the displacement can thus be determined.
By means of this technique, the displacement field is computed directly, whereas the strain
field is calculated by numerical differentiation of the former, with inevitable introduction of noise.
Mainly for this reason, fitting methods usually exploit the displacement field rather than the strain
one. In fracture mechanics, these displacement fields, other than providing a complete qualitative
insight on the material behavior in the zone of interest (namely the crack tip, in the case study) can
be used to quantitatively characterize the fracture behavior of the material. In particular, they can be
exploited to estimate the stress intensity factors (SIFs). One notable work in this direction was done
by McNeill et al. [15] who tested CT and Three Point Bending (3PB) specimens, and compared the
results between DIC and analytical data, suggesting a methodology to use the DIC data to determine
the fracture toughness KIC of specimens. In general, two main approaches emerges in literature
concerning the fitting of theoretical models on the full displacement fields: the first one is based on
guessing a general form of an analytical function and fitting this to the displacement experimental data:
an example is the complex function analysis of Muskhelishvili [16], which was further developed to
calculate mixed mode (I + II) [17] and generalized to cases without restrictions in boundary conditions
or symmetry [18]. The second approach is based on the Williams’ model [19–22], where the fitting
on the experimental data is done by considering the first n term of the Williams expansion for the
displacement. In this work this latter approach was used. The SIFs obtained by the DIC fitting were
compared to the ones obtained with the conventional critical load method. Finally, the resulting SIFs
were described by the mixed mode local stress criterium.
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Optical Systems, Krailling/Munich, Germany), using the EOS Maraging Steel MS1 steel powder, with
a chemical composition corresponding to the European 1.2709 classification. The process parameters
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Table 1. Mechanical properties of the specimens.
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Ductility (Notched Charpy Impact Test)

2.2. IASB Specimens

11 ± 4 J

Table 1. Mechanical properties of the specimens.

The IASCB specimen, shown
in Figure 1 is a semi-circular disk of radius
R and thickness t which
Property
Value
contains a radial edge crack of length a, tilted with respect to the load direction of an angle α [11]. The
Sintered
8.0–8.1
g/cmto3 the plane of the
specimens were manufactured
by the Density
SLS technique with the built plane
parallel
Elastic Modulus
180 ± 20 GPa
semi-circumference of the specimen.
To conduct the fracture Yield
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specimens were located on two
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MPa and loaded
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achieved. The geometrical parameters
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be varied to achieve
typ.which
50–56
mixed mode (I and II) are:
Ductility (Notched Charpy Impact Test)
11 ± 4 J
1) S1/R and S2/R (the ratio between the support spans and the specimen radius);
2) a/R (the ratio between the crack length and the specimen radius);
3) α (the angle between the crack line and the load direction).
2.2. IASB Specimens
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Figure 1. Geometrical parameters and loading conditions of the IASCB (Inclined edge cracked SemiFigure 1. Geometrical
parameters and loading conditions of the IASCB (Inclined edge cracked
Circular Bend) specimen.
Semi-Circular Bend) specimen.

To conduct the fracture tests, the specimens were located on two bottom supports and loaded
by a vertical force P. The existence of different geometric parameters allows various combinations of
Mode I and Mode II to be easily achieved. The geometrical parameters which can be varied to achieve
mixed mode (I and II) are:
(1)
(2)
(3)

S1 /R and S2 /R (the ratio between the support spans and the specimen radius);
a/R (the ratio between the crack length and the specimen radius);
α (the angle between the crack line and the load direction).

In order to obtain the various mode combinations, only the parameters S2 /R and α were varied.
S1 was maintained fixed at 42 mm, whereas the values of t, R and a were the same for all the specimens
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(t = 6mm, R= 60 mm, a = 24 mm) The various combinations of these two, indeed, can cover Mode
I, Mode II and mixed modes I-II. When the bottom supports are located symmetrically to the crack
line (i.e., when S1 = S2 ) and the crack line is in the same direction as the load (i.e., when α = 0◦ ),
the specimen is subjected to Mode I (opening mode). To obtain mixed mode I-II or Mode II (sliding
mode), an appropriate combination of S2 /R and α should be chosen.
The notch was initiated in two different ways: 16 samples had the crack-like notch manufactured
during the additive manufacturing process (henceforth named AM specimens), while the remaining
3 samples had
the
notch
initiated
afterwards, by subtractive manufacturing (henceforth
Metals
2020,
10, x FOR
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Figure 2. Micrographs of the crack tip; (a) crack-like notch manufactured during the additive

Figure 2. Micrographs of the crack tip; (a) crack-like notch manufactured during the additive
manufacturing process (AM) and (b) crack induced by subtractive manufacturing (SM) and
manufacturing
processpre-cracking
(AM) and(indicated
(b) crack
induced
subsequent
by red
arrows).by subtractive manufacturing (SM) and subsequent
pre-cracking (indicated by red arrows).
Table 2. Values of the geometrical parameters of the specimens tested.
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geometrical
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n
Mode
Me
SM

Type

α (deg)
AM
AM
0 AM
0 AM

0
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42

S20 (mm) 42 S1 (mm)
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10 42
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42

42
4218
42
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3
3
3
3
3
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1

n Mode I Mode
1
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Mixed I-II 0.77
3Mixed I-IIMode
0.48
3Mode II Mode
0.12
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I
1
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I
1
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3
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2.3. Experimental
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3 at a speed
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fracture tests10were performed
of 1IImm/min,
by using a
hydraulic tensile machine Instron 8033 (Instron, Norwood, MA, USA) equipped with a 250 kN load
cell. The setup was arranged as shown in Figure 3. The 2D DIC system, used to measure the full
2.3. Experimental
Setup field around the crack tip (in a window of 14 mm × 10 mm), consisted in a 10 MP Basler
displacement
ace acA3800-14uc camera (Basler, Ahrensburg, Germany) equipped with Basler lens C125-2522-5MThe fracture
tests were performed in displacement control at a speed of 1 mm/min, by using a
P f25mm (Basler, Ahrensburg, Germany) and two custom 40W 6000 K led lamps. The images were
hydraulic tensile
machine
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(Instron,
MA, USA)
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with
a 250 kN load
acquired at 2 Hz with
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software and processed
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GmbH,
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as
cell. The setup was arranged as shown in Figure 3. The 2D DIC system, used to measure the full
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the crack
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mm ×based
10 mm),
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the displacement
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the crack40W
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the digital The
imageimages were
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acquired at 2 specimens.
Hz with Figure
the GOM
Snap
2D freeofsoftware
and
processed
bystrain
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(GOM GmbH,
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the correlated
displacement
and
fieldCorrelate
normal to the
crackGermany,
axis, correlated
by the DIC software.
Braunschweig,
https://www.gom.com/),
with the correlation parameters set as follows:

facet size of 19 pixel, point distance of 16 pixel, and spatial and temporary filter (median) set to 8 and 3
respectively. The correlation parameters were chosen based on the experimental DIC optimization
work of Palanca et al. [24] as the best compromise between precision and spatial resolution, to evaluate
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the displacement field near the crack tip. In order to make the digital image correlation possible, a
black speckle pattern with a white background was spray-painted on the specimens. Figure 3b,c show
an example of the correlated displacement and strain field normal to the crack axis, correlated by the
DIC software.Metals 2020, 10, x FOR PEER REVIEW
5 of 14
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For the IASCB specimens, the stress intensity factor in mixed modes I-II were determined by
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=
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(1)

2Rt corresponding to Mode I and Mode II, respectively (reported
where YI and YII are geometry factors
in Table 2 of reference [10]). Concerning the crack length a, for the SM specimens it was measured
P p
from the bottom of the K
sharp
notch
to πaY
the pre-crack
tip, whereas for the AM specimens it was
(2)
II =
II (a/R, S1/R, S2/R, α)
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2Rt notch. For each test, the critical fracture load (Pcr) from the
curves was evaluated at the instant in which the crack propagation was visually
where YI andload-displacement
YII are geometry
factors corresponding to Mode I and Mode II, respectively (reported in
observed,
by the camera pointing at the crack tip. Then, by Equations (1) and (2) the critical stress
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thetested
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AMPCR)
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crack-like
notch. For each test, the critical fracture load (Pcr ) from the load-displacement
Evaluation of Stress Intensity Factors by the DIC Full Displacement Field
curves was evaluated
at
the instant in which the crack propagation was visually observed, by the
To model the displacement near the crack tip, the Williams’ asymptotic formulation [25] was
camera pointing
at the
by Equations
(1) crack
and (2)
critical
stress
factors
exploited.
Thecrack
u and tip.
v areThen,
the displacement
along the
axis the
(x-axis)
and along
anintensity
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the former
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the crack plane
(y-axis).
Figurefracture
4 show the
u and v
(KI and KII ) ofperpendicular
the tested to
IASCB
specimens
wereincalculated.
The
obtained
parameters
from the
displacement field measured by the DIC and postprocessed in MATLAB ® R2019b (MathWorks Inc,
critical fracture
load method (henceforth named PCR) are reported in Table 3.
Natick, MA, USA) along with the frame of reference used, with the origin located into the crack tip
and the axis oriented as shown in Figure 4c.
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Table 3. Values of the SIFs obtained by critical fracture load and by fitting the displacement field.
By Crack Tip Displacement
Field (DIC)
√
√
KI (MPa m)
KII (MPa m)

By Critical Fracture Load (PCR)

Specimen
Configuration
SM-0-42-42-1
SM-0-42-42-2
SM-0-42-42-3
AM-0-42-42-1
AM-0-42-42-2
AM-0-42-42-3
AM-10-42-42-1
AM-10-42-42-2
AM-10-42-42-3
AM-10-42-18-1
AM-10-42-18-2
AM-10-42-18-3
AM-10-42-10.2-1
AM-10-42-10.2-2
AM-10-42-10.2-3

√
KI (MPa m)

√
KII (MPa m)

32.1
30.4
33.7
42.5
44.9
46.6
44.4
44.6
45.1
33.7
36.3
34.4
15.3
13.6
14.2

0.0
0.0
0.0
0.0
0.0
0.0
16.5
16.5
16.7
36.1
38.8
36.9
83.5
74.2
79.4

58.3
56.1
60.5
73.5
76.4
75.2
70.5
66.2
70.2
43.7
39.2
44.2
14.9
14.4
14.9

1.2
2.9
2.3
0.2
0.1
0.2
20.5
18.3
18.3
42.2
43.4
45.7
77.1
75.5
80.8

DIC vs. PCR
∆ KI (%)

∆ KII (%)

81
85
80
73
70
61
59
49
56
30
8
28
−2
5
5

25
11
10
17
12
24
−8
2
2

3.2. Evaluation of Stress Intensity Factors by the DIC Full Displacement Field
To model the displacement near the crack tip, the Williams’ asymptotic formulation [25] was
exploited. The u and v are the displacement along the crack axis (x-axis) and along an axis perpendicular
to the former and contained in the crack plane (y-axis). Figure 4 show the u and v displacement field
measured by the DIC and postprocessed in MATLAB ® R2019b (MathWorks Inc., Natick, MA, USA)
along with the frame of reference used, with the origin located into the crack tip and the axis oriented
as shown in Figure
Metals 2020,4c.
10, x FOR PEER REVIEW
6 of 14
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Figure 4. (a) Figure
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of AM-0-42-42-1
the AM-0-42-42-1
specimen
the DIC (digital image correlation). (c) Position and orientation of the frame of reference used.
the DIC (digital
image correlation). (c) Position and orientation of the frame of reference used.

For Mode I, u and v are computed as functions of the polar coordinates (r, θ), according to the

For Mode
I, useries
andofvEquations
are computed
infinite
(3) and (4).as functions of the polar coordinates (r, θ), according to the
infinite series of Equations (3) and (4).
( − 4)
=

uI =

∞
X
=
n=1

2

+

2

+ (−1)

2

−

2

2

(3)

n
2

(
)

r
n
nθ ( −n4) (n − 4)θ
n
(
)
an κ−+ − (−1)
+ −1 cos
− cos
+ 2
2µ
22
2
2
2
2
2 2

(4)

For Mode II, u and v aren computed
as functions of the polar coordinates (r, θ), according
to the
(
)
∞

X
2 and (6).
infinite series of Equationsr(5)
n
nθ n (n − 4)θ
n
vI =
an κ − − (−1) sin
+ sin
2µ
2
2 ( 2− 4)
2
n
=
1
(5)
=−
−
+ − (−1)
2
2
2
2
2

(3)

(4)

For Mode II, u and v are computed as functions of the polar coordinates (r, θ), according to the
( − 4)
infinite series of Equations (5)= and (6). − + (−1)
(6)
+
2

2

2

2

2

where µ = E/(2 + 2ν) is the shear modulus and κ = (3−ν)/(1 + ν) for plane stress and κ = 3−4ν for plane
strain condition; an and bn are the model parameters. In this analysis, the specimen was considered
subjected to plane stress condition, which is an assumption justified by the specimen geometry and
loading conditions [20].
For mixed modes, the displacement fields can be computed as the superimposition of the
displacement of Mode I and Mode II, as shown in Equations (7) and (8).
(7)
=
+
=

+

(8)
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(
)
n
∞

X
nθ n (n − 4)θ
r2
n
n
uII = −
bn κ + − (−1) sin
− cos
2µ
2
2
2
2

(5)

n=1

vII =

(
)
n
∞

X
nθ n (n − 4)θ
n
r2
bn κ − + (−1)n cos
+ cos
2µ
2
2
2
2

(6)

n=1

where µ = E/(2 + 2ν) is the shear modulus and κ = (3−ν)/(1 + ν) for plane stress and κ = 3−4ν for plane
strain condition; an and bn are the model parameters. In this analysis, the specimen was considered
subjected to plane stress condition, which is an assumption justified by the specimen geometry and
loading conditions [20].
For mixed modes, the displacement fields can be computed as the superimposition of the
displacement of Mode I and Mode II, as shown in Equations (7) and (8).
u = uI + uII

(7)

v = vI + vII

(8)

The values of KI and KII are related to the value of the Williams model parameters as shown in
Equations (9) and (10).
√
(9)
KI = a1 2π
√
(10)
KII = −b1 2π
To perform the fitting, not only the parameters a = a1 , . . . , an and b = b1 , . . . , bn were considered,
but also four additional parameters were accounted to compensate rigids motions, which is an
approach used also in [19,20]. In particular, the three translations and the rotation around the z-axis
(perpendicular to the crack plane) were considered. As explained in [19], this approach allows one
to tackle situations in which the material exhibits small-scale plastic deformation, but makes the
fitting problem non-linear in the fitting parameters, because of the x and y translations x0 and y0 ,
are embedded in the calculus of the polar coordinates (r, θ) as shown in Equations (11) and (12).
This approach was particularly useful in the case of the SM specimens, because the fact that they were
pre-cracked would have made difficult a precise manual identification of the crack tip.
q
r=

( x − x0 ) 2 + ( y − y0 ) 2

θ = arctg(

y − y0
)
x − x0

(11)
(12)

The fitting was performed by a code developed in MATLAB ® by the authors, which exploits the
function “lsqcurvefit”. The code is made publicly available at the link provided in the “Supplementary
Materials” section. To perform the fitting, it was decided to utilize the y-displacement v, since is the
one generally used to determinate the SIFs for Mode I, and for mixed mode problems the dominant
displacement component for the crack cannot be known in advance [19].
A plasticization radius of 0.51 and 0.83 mm was calculated for Mode I and II respectively,
according to the following equations: rp = 1/π(KI /σYS )2 and rpII = 3/(2π)(KII /σYS )2 where σYS is
the yield strength of the material reported in Table 1 and KI and KII are the SIFs determined by the
DIC method reported in Table 3 (considering the AM specimens in the case of Mode I and Mode II).
However, we decided to only exclude the DIC data within 0.20 mm from the crack face (for every mode
mixity), because they were very noisy and not reliable there, but to keep all the other data in the fitting.
Indeed, the employed fitting method, in which the crack tip position is treated as an unknow quantity,
can effectively provide the SIFs for small-scale yielding, as it was shown by Yoneyama et al. [19].
These assumptions are furthermore justified by the fact that the specimen material exhibits a mainly
fragile behavior, as reported in [26].

[19].
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In Figure 6a comparison between the v-displacements field measured by the DIC and the one
In Figure 6a comparison between the v-displacements field measured by the DIC and the one
fitted by the Williams’
model model
is shown
forforvarious
combinations
ofI and
Mode
and II.the
As expected,
fitted by the Williams’
is shown
various combinations
of Mode
II. AsIexpected,
v-displacements
field
for Mode
I (opening)is
is symmetric
symmetric with
respect
to the crack
axis,
whereas
for whereas for
the v-displacements
field for
Mode
I (opening)
with
respect
to the
crack
axis,
mixed mode I-II and Mode II (sliding) the symmetry axis rotates due the shear deformation. In the
mixed mode I-II
and Mode II (sliding) the symmetry axis rotates due the shear deformation. In the third
third column of Figure 6, the difference between the displacement fitted by the theoretical model and
column of Figure 6, the difference between the displacement fitted by the theoretical model and the one
measured by the DIC is plotted. By ranging from Mode I to Mode II, the area where the linear elastic
model overestimates the experimental displacement field grows. Figure 7 shows the u-displacement
for the AM-10-42-10.2 specimen, which is more significative than the v-displacement since Mode II
is predominant. Indeed, a higher absolute error is shown for the u-displacement compared to the
v-displacement, being higher the u values for Mode II with respect to the v values.
The SIFs obtained by the full displacement field (DIC) and critical fracture load (PCR) are listed in
Table 3. As expected, the KIC measured for the specimens with the sintered crack-like notch (AM),
compared to the pre-cracked one (SM), is overestimated of about 40% and 30% for the PCR and the DIC
method, respectively. The reason is attributed to the larger radius of the crack-like notch compared to
the one, significantly smaller, of the case of the pre-cracked specimens. However, with this specimen
geometry, the pre-crack could be induced without having a deviation from its principal axis only for
Mode I, and for this reason mixed mode SIFs were investigated only with crack-like notch directly
induced by the AM process. For Mode I, an overestimation of about 70% of the DIC results with
respect to conventional PCR method can be observed. Going from Mode I to Mode II, this discrepancy
becomes negligible.
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The SIFs obtained by the full displacement field (DIC) and critical fracture load (PCR) are listed
in Table 3. As expected, the KIC measured for the specimens with the sintered crack-like notch (AM),
compared to the pre-cracked one (SM), is overestimated of about 40% and 30% for the PCR and the
DIC method, respectively. The reason is attributed to the larger radius of the crack-like notch
compared to the one, significantly smaller, of the case of the pre-cracked specimens. However, with
this specimen geometry, the pre-crack could be induced without having a deviation from its principal
axis only for Mode I, and for this reason mixed mode SIFs were investigated only with crack-like
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3.3. Generalized Mixed-Mode Local Stress Criterium
To study the overall mixed-mode fracture toughness behavior of the sintered maraging steel,
the SIFs previously obtained were plotted on the graph KI –KII , normalized to KIC , which is the critical
SIF obtained for Mode I. As a multiaxial fracture model, the local stress criterium (LS), proposed by
Yongming Liu in [27] was exploited. Classical criteria based on maximum tangential stress, as the
generalized maximum
tangential stress one (GMTS) [28], can only predict fracture toughness
of brittle
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smaller than 100 µm can be obtained by the AM technique. As expected, an overestimation of about
30–40% of the SIFs was measured for the crack-like notch produced by AM technique, compared to
the fatigue loading pre-cracked one. Indeed, being the pre-crack sharper than the sintered one,
the stress concentration at the tip is higher, and therefore the specimen would fail with a lower load,
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which corresponds to a lower SIF. Comparing the obtained results, for maraging steel, with the one
reported by the author in [3], for Nylon polymer, the discrepancy between the crack-like notch induced
by AM and SM technique is higher (30–40 % vs. 2–4 %). This can be explained by the different ductility
of the two studied materials. Indeed, the polymer, being more ductile, is less sensible to the sharpness
of the notch.
Two different methods for evaluating the SIFs were compared: the classical one based on the
critical load (PCR) and a less conventional one based on fitting of the Williams’ model on the full field
displacement measurement at the crack tip (DIC). This latter method could be used for non-destructive
analysis by the DIC of the crack status in three dimensional structures were the stress state is difficult
to be predicted. For Mode I, an overestimation of about 70% of the DIC results with respect to the
conventional PCR method can be observed. While going from Mode I to Mode II this discrepancy
become negligible.
It is well known in literature [29] (p. 76) that the Mode I SIF depends on the three-dimensional
stress state at the crack tip. In particular, it is overestimated for thin specimens, which are in plane stress
condition, whereas it decreases for increasing specimen thickness until a plateau is reached at plane
strain state. Amr A. Abd-Elhady [30] conducted a three-dimensional finite element analysis on SCB
specimens in order to evaluate the SIF throughout the thickness for mixed mode I/II loading condition.
The Author observed that for Mode I, the geometry factor decreases moving from the mid-plane to the
outer surface of the specimen, in order to compensate for the higher apparent SIF due to the plane
stress condition. Conversely, for Mode II, the SIF is less dependent on the thickness and shows an
opposite trend with respect to Mode I. Hence, in our case, the overestimation of the Mode I SIFs via the
DIC can be attributed to the fact that the method evaluates it by exploiting the measured displacement
field on the outer surface, which is on plane stress condition. This phenomenon becomes less marked
varying from Mode I to Mode II according to the numerical results of Amr A. Abd-Elhady [30].
5. Conclusions
Mixed and Mode I and II SIFs were evaluated for maraging steel ASCB specimens produced by
the additive SLS process. A non-conventional method to induce crack-like notches directly during
the additive manufacturing process was proposed and validated on metal specimens. Two different
methods for evaluating the SIFs were compared: the classical one based on the critical load and a less
conventional one based on the fitting of the Williams’ model on the full field displacement measurement
at the crack tip, measured by a DIC system. Finally, the experimental results were described by the
mixed mode local stress criterium.
Supplementary Materials: The MATLAB® code used for the calculation of the DIC method is online at
http://www.mdpi.com/2075-4701/10/3/400/s1.
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