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Nanosponges for the protection and release
of the natural phenolic antioxidants quercetin,
curcumin and phenethyl caffeate

Susanna Guernelli,a Alice Cariola,a Andrea Baschieri,a Riccardo Amorati *a and
Paolo Lo Meo *b

The inclusion of polyphenols into nanoporous materials may significantly improve their application as

radical trapping agents for therapeutic purposes. In the present work, nanosponges based on hyper-

cross-linked cyclodextrins and calixarenes (NS1–NS3) were used as carriers of three natural phenolic

antioxidants: quercetin (Que), curcumin (Cur) and phenethyl caffeate (Phec). Good w/w loadings, namely

7.3% for the Que–NS1 composite, 17.3% for Cur–NS2 and 12.9% for Phec–NS3, were achieved. The

release kinetics and the inhibition rate constants (kinh) of the reaction with alkylperoxyl radicals (ROO�) in

0.1 M phosphate buffer solutions at pH 7.4 were studied and indicated better antioxidant activity as

compared to the phenols alone. The three phenols suffered a dramatic reduction of kinh upon increasing

their concentration, as a result of their degradation. The inclusion into the nanosponges protected the

antioxidants and provided a controlled release in an aqueous medium. Hence, different applications can

be envisaged, in food and pharmaceutical technology fields.

Introduction

Antioxidant supplementation is considered an effective method
to modulate the redox processes that are associated with aging
and various pathological conditions.1 Increased oxidative stress
and related systemic inflammatory processes are often present
in degenerative diseases2 and in abnormal immune responses,
such as those recently observed in COVID-19-related pneumonia.3

Food-grade antioxidants from plant-derived extracts are among
the first-choice ingredients for antioxidant therapies because
they are believed to be safer than novel synthetic drugs, as they
are already present in the human diet.4 Natural polyphenols
such as curcumin, resveratrol, phenolic acids and flavonoids
are among the most popular compounds used as potential
modulators of the free radical-induced cellular processes.4,5

However, one important problem that restricts the therapeutic
potential of polyphenols is their oxidative instability in water
solution and low bioavailability.6,7 The use of nanodelivery
systems has allowed the enhancement of the solubility and
stability of bioactive phytochemicals.8–10 In particular, the bio-
availability can be also 5–10 times higher than that of the
native formulation.11 Recent studies report several examples of

antioxidants in nanoformulations, such as plant-based bioactive
compounds (resveratrol, curcumin, quercetin, genistein, etc.)
encapsulated in lipidic or polymeric nanosystems,7 which have
shown efficacy in preclinical studies, especially in relation to the
increased bioavailability of the antioxidant.10 In general, the
development of nanotechnology-based applications for targeted
delivery of bioactive phenolic compounds with antioxidant prop-
erties to treat chronic diseases is an urgent task of nanomedicine
research.12

Nanosponges (NSs) are materials with a nanosized porosity13

that represent an emerging tool to improve the solubility and
stability of sparingly water soluble drugs.14–16 Nanosponges are
hyper-cross-linked polymers or co-polymers made up of typical
supramolecular host species, such as cyclodextrins (CDs) or
calixarenes (CAs) as the monomers, covalently held together by
means of suitable linker units. Native CD NSs can be obtained
by reacting the CD synthon with double electrophiles17 such as
bis-isocyanates,18 whereas per-halo-CD derivatives can be reticu-
lated by reaction with polyamine nucleophiles.18,19 More
recently, CA NSs have been obtained according to a ‘‘click’’
strategy, by reacting propargyloxy-CAs with bis-azidoalkanes
under the well-known CuAAC reaction conditions.20 The same
approach has been exploited to prepare mixed cyclodextrin–
calixarene NS materials (CDCANSs, Fig. 1).21,22 The latter ones
present a disordered structure that is permeable to aqueous
solutions and able to reversibly absorb and release diverse organic
guest species (including dyes19 and antimicrobial agents20), which
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b Dipartimento STEBICEF, Università degli Studi di Palermo, Viale delle Scienze,

Ed. 17, 90128 Palermo, Italy. E-mail: paolo.lomeo@unipa.it

Received 4th August 2020,
Accepted 15th September 2020

DOI: 10.1039/d0ma00566e

rsc.li/materials-advances

Materials
Advances

PAPER

http://orcid.org/0000-0002-6417-9957
http://orcid.org/0000-0001-5089-0556
http://crossmark.crossref.org/dialog/?doi=10.1039/d0ma00566e&domain=pdf&date_stamp=2020-10-06
http://rsc.li/materials-advances


2502 | Mater. Adv., 2020, 1, 2501--2508 This journal is©The Royal Society of Chemistry 2020

can be accommodated into both the cavities of the host units
and the nanochannels. Of course, the morphological, mechan-
ical and physico-chemical properties of the material critically
depend on the chemical nature of both the starting synthon(s)
and the linker, as well as on their molar ratio. By a sensible
choice of the synthetic strategy, it is possible to obtain materials
with tunable properties and, in particular, to achieve sensitivity
to external stimuli such as pH variations.19,21–25

CD-based NSs have been proposed to improve the bioavail-
ability of polyphenols, such as resveratrol,26,27 oxyresveratrol,27,28

curcumin,29 quercetin,30 ferulic acid,31 rutin,32 phlorizin32 and
chlorogenic acid.32 However, despite the growing interest toward
NSs as carriers of polyphenols, the antioxidant activity of these
materials has been seldom investigated.27–29 To the best of our
knowledge, the efficiency of the reaction of polyphenols loaded
into nanosponges with alkylperoxyl radicals (ROO�), which are the
chain carrying ones of peroxidation in bio-organic systems,9,33 has
never been studied in detail. Most popular assays that are used to
measure the antioxidant activity of new materials rely on the decay
of coloured stable radicals such as 2,2-diphenyl-1-picrylhydrazyl
radical (DPPH�) in alcohol solvents. These methods, although
providing an easy estimate useful for screening purposes, have
been subjected to criticism34 because they do not describe the
ability to inhibit the peroxidation of an oxidizable substrate (for
instance, of unsaturated lipids9) and have little relationship with
the radicals and solvents involved in biological systems.35 So, in
the context of our ongoing studies on the peroxyl radical trapping
of nanosized/nanoporous materials,36–38 we were interested in
characterizing the antioxidant effect of polyphenols included in
NSs. Herein, the preparation and properties of composites con-
stituted by quercetin (Que), curcumin (Cur) or phenethyl caffeate
(Phec, Fig. 2) included into CD or mixed CD–CA nanosponges are
presented, along with a detailed investigation of their release
kinetics and reactivity with alkylperoxyl radicals in a buffered
water solution. The polyphenols considered herein are promising
therapeutic agents and are representative of some of the main
classes of naturally occurring phenols.39–41 In the present work, we
chose to test different NSs having diverse chemical nature, in view
of the possible tunability of their inclusion and release properties.

In particular, we first considered a simple CD-based material
obtained by reticulating native b-CD with hexamethylene-bis-
isocyanate (hmbi) and then two CD–CA–NS materials obtained
by reacting heptakis-(6-azido)-(6-deoxy)-bCD (A7CD) with tetra-
propargyloxy-calix[4]arene (P4C[4]A) in either 2 : 1 or 1 : 2 equiva-
lent/equivalent ratio (Fig. 3; the three materials will be herein
after indicated as NS1, NS2 and NS3, respectively). The synthesis
and properties of the chosen materials have been already
reported.22,42,43

Results and discussion
Loading and release of nanosponges

By means of absorption tests at two different pH values, namely
4.4 and 6.7, we preliminarily verified that the selected materials
were able to absorb the guest molecules from aqueous buffered
solutions (for the sake of clarity, it is worth mentioning here
that all the materials used in this work presented a o150 mm
granulometry). The two pH values were chosen for consistency
with previous studies and in general have been found to be the
most suitable for absorption and release studies. The results
obtained (presented in Table 1) show an excellent sequestration
efficiency, larger than 80%, in all the cases examined; in
particular, a nearly quantitative absorption for curcumin is
always observed. In most cases a negligible variation in inclusion
efficiency was observed upon changing the pH, with the remark-
able exception of Que in materials NS2 and NS3.

Fig. 1 Exemplificative representation of the disordered structure of
CDCANSs.

Fig. 2 Structures of the polyphenols Que, Cur and Phec.

Fig. 3 Structures of the synthons used in the preparation of NS materials.
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The latter observation is quite intriguing. In fact, based on
the pKa values reported, it can be confidently assumed that
the guest is in its undissociated form at both pH values.
Conversely, materials NS2 and NS3 assume a positive charge
density at the lowest pH value due to the partial protonation of
the 1,2,3-triazole linker moieties. Inclusion efficiency is known
to be significantly affected by Coulomb interactions and in
general by a possible increase in the hydrophilic character of
the NS due to the occurrence of a non-null charge density
(caused by the protonation or deprotonation of ionisable
groups as a function of the pH). Therefore, this effect appears
much more effective in the case of Que, which has a more
compact and rigid molecule, compared to those in the cases of
the more flexible Cur and Phec.

Preliminary absorption tests helped us to plan the prepara-
tion of the composites. Indeed, we reasoned that an excessive
absorption efficiency, although suggesting possible high
loading, could have also resulted in unsatisfactory release over
time. Consequently, the choice relevant to the inclusion in a
particular NS was made on the basis of a reasonable compro-
mise between the two requirements. So, considering the data
reported in Table 1, we decided to prepare three different
composites by including Que into material NS1, Cur into NS2
and Phec into NS3. Loadings of the antioxidant agents into the
nanosponges were carried out according to the literature
(see Experimental) by equilibrating the NS materials with the
guest species (a 4 : 1 w/w starting ratio) in aqueous buffer at pH
4.4. The percent amount of guest actually present in
the obtained composites was determined via UV-vis spectro-
photometry after having eluted it with methanol. Loadings
(w/w) were found to be as large as 7.3% for the Que–NS1
composite, 17.3% for the Cur–NS2 composite and 12.9% for
the Phec–NS3 composite. The composites were characterized
using FT-IR spectroscopy. A careful inspection of the finger-
print region (Fig. 4) may in principle reveal the presence of the
guest embedded into the NS matrix. Of course, the possible
detection of signals attributable to the guest is heavily affected
by the actual loading. In the case of the Que–NS1 composite, for
instance, the presence of the guest is hardly identifiable (due to
its low loading) by the very weak bands at ca. 1604 and
1324 cm�1. On the other hand, the presence of Cur in its
composite is well outlined by at least three signals of the guest
at 1629, 1605 and 1509 cm�1. Similarly, the Phec composite
shows fairly intense bands at 1683, 1603, 1301, 1281, 1184, 1106
and 978 cm�1. It is worth noting that all these signals do not

show any significant shift with respect to the free guest,
indicating the occurrence of only a weak non-specific inter-
action with the nanosponge matrix.

We then verified the release of the guest molecules by the
composites under two different conditions (see Experimental):
(i) aqueous solution buffered at pH 7.2 and 37 1C, i.e. under
conditions consistent with physiological systems; (ii) pH 7.4
aqueous solution containing 10% v/v THF, which are standar-
dized conditions used to study the antioxidant activity
(see below). In the first case, we noticed that neither Que nor
Cur is appreciably released even after 24 h. Differently, Phec is
actually released from its composite, though quite slowly
(ca. 3.4% within 6 h). The relevant kinetic profile (Fig. 5, blue
line) is the superimposition of a first order process with an
apparent kinetic constant k1 = (6 � 1) � 10�4 s�1 and a zeroth
order process with an apparent kinetic constant k0 = (2.5� 0.3)�
10�10 M s�1. Noticeably, the occurrence of this peculiar profile
can be easily explained admitting that first a little amount of the
guest is quickly released from the outer layer of the nanosponge
grains, and then a further amount is released from the inner
region by a quite slow mass-transfer process. A similar behaviour
was observed also under the second set of conditions. In more
detail, only a little release amount is found for curcumin and
quercetin (less than 2%), and hence we were not able to perform
a proper release kinetic experiment. By contrast (Fig. 5, red line),
Phec is largely released (up to ca. 80%) in a relatively short

Table 1 Uptake of phenolic antioxidants from a buffered water solution
by the nanosponges at different pH valuesa

pH

NS1 NS2 NS3

4.4 6.7 4.4 6.7 4.4 6.7

Guest
Que 95 95 80 92 85 94
Cur 497 497 497 95 497 497
Phec 92 93 93 95 90 92

a Error � 3%.

Fig. 4 FTIR spectra of the composites: Que–NS1 (a), Cur–NS2 (b) and
Phec–NS3 (c).
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time (4 h) according to an apparent pseudo-first-order profile,
with k1 = (1.15 � 0.07) � 10�4 s�1, which can be easily explained
considering that the co-solvent THF molecules that are present
compete with the guest for the binding sites of the NS material,
so that mass-transfer is largely speeded up. However, Phec
undergoes slow decomposition after release, as confirmed using
a blank experiment on a solution of the free guest under the
same conditions (decomposition rates were consistent for the
two different experiments).

Antioxidant activity assays

The antioxidant activity was evaluated by measuring the inhibi-
tion rate constant (kinh) and the stoichiometry (n) of the
reaction between the antioxidants and the alkylperoxyl radicals
(ROO�), which are the most relevant radicals responsible for
peroxidation in bioorganic systems.33 The values of kinh were
determined by studying the inhibition of the thermally initiated
autoxidation of tetrahydrofuran (THF), chosen as the reference
oxidizable substrate (Scheme 1), under controlled conditions

using pH 7.4 phosphate buffer as the solvent. The reactions
were performed at 30 1C using 2,20-azobis-2-methylpropion-
amidine dihydrochloride (AAPH, Fig. 6) as the initiator, and
the oxygen consumption (D[O2]) was measured using a differ-
ential pressure transducer.44–47

In the absence of antioxidants, THF autoxidation causes a
linear O2 consumption (see for instance the black line in Fig. 7).
In the presence of a good antioxidant, THF autoxidation
displays an inhibition period, the duration of which depends
on the antioxidant concentration and on the rate of radical
generation by AAPH (Ri) as shown in eqn (1), while its slope is
inversely proportional to the antioxidant efficacy. From the
slope of O2 consumption during the inhibition period, we
could obtain kinh values by using eqn (1), where AH represents
the antioxidant, R0 and Rinh are the slopes of O2 consumption
without and with the antioxidant, respectively, 2kt is the termi-
nation rate constant of THF (6.6 � 107 M�1 s�1)46 and Ri is
the rate of radical generation by AAPH.37 The stoichiometric
coefficient n represents the number of radicals trapped by each
antioxidant molecule and was determined from the duration of
the inhibition period (t) and the antioxidant concentration
using eqn (2).47

R0

Rinh
� Rinh

R0
¼ nkinh½AH�

ffiffiffiffiffiffiffiffiffiffiffi

2ktRi

p (1)

t ¼ n½AH�
Ri

(2)

Fig. 5 Release kinetic profiles (37 1C) for the Phec–NS3 composite:
(i) aqueous buffer at pH 7.2 (blue) and (ii) THF/water 10% v/v buffered at
pH 7.4 (red). For Phec, l = 328 nm and e = 15 800 � 800 M�1 cm�1 in both
media.

Scheme 1 General mechanism of the propagation/inhibition of the auto-
xidation reaction. RH represents the oxidizable substrate THF.

Fig. 6 Structures of AAPH and Trolox.

Fig. 7 Oxygen consumption during the autoxidation of THF (1.24 M)
initiated by AAPH (25 mM) in 0.1 M phosphate buffer at pH 7.4 and
30 1C without inhibitors (black) or in the presence of samples (4 � 10�6 M):
Phec (blue), Cur (green), and Que (red).
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The antioxidant activities of Que, Cur and Phec alone were
analysed, to assess their behaviour in the absence of the NSs.
Because phenol stability is a critical issue at physiological pH,48

antioxidants were used at a relatively low concentration to avoid
long reaction times. All three phenols caused an inhibition of
THF oxidation (Fig. 7), accounting for the reaction with ROO�

radicals. The kinh values obtained using this procedure are reported
in Table 2.48 Que showed the highest kinh, followed by Phec and
then by Cur. All the three antioxidants, however, were less reactive
than the antioxidant Trolox (Fig. 6), considered as the standard
reference. It is worth pointing out that the kinh values measured
herein are higher than those previously measured at a larger THF
concentration (3.1 M) for Trolox and Que (kinh = 4.1� 105 and 1.6�
105 M�1 s�1, respectively),46,49 indicating the importance of control-
ling the levels of organic co-solvents when measuring antioxidant
activities in an aqueous environment.

Regarding the stoichiometry of radical trapping, it can be
noticed that the n coefficient reported in Table 2 in the case of
Phec is significantly larger than that measured in non-aqueous
systems (in chlorobenzene, n E 2).50 This could be explained by
considering that after the reaction with the first two radicals,
electrophilic quinonoid structures are formed, which are
known to add solvent molecules generating new phenols
having antioxidant activity (a possible mechanism is depicted
in Scheme 2).51

We then investigated the antioxidant activity in the compo-
sites (Fig. 8). After having verified that the bare NSs have no
appreciable activity of their own (dotted lines in Fig. 8), the
observed plots of O2 consumption showed a marked inhibition
of THF autoxidation due to the release of the phenols loaded
into the NSs. The longer inhibition periods with respect to the
experiments presented in Fig. 7 are due to the higher

concentrations of the polyphenols. Regression analysis using
eqn (1) and (2) (data are collected in Table 3), where [AH] is
the molar concentration of the sample of the polyphenols
contained in the nanosponges, provided the kinh and n values

Table 2 Antioxidant activity (kinh) and number of radicals trapped by each
antioxidant molecule (n) measured in inhibited autoxidation experiments
at 30 1Ca

kinh (M�1 s�1) n

Trolox (2.5 � 0.6) � 106 2.0
Que (7.6 � 0.5) � 105 b 3.6 � 0.3b

Cur (1.8 � 0.3) � 105 5.0 � 0.5
Phec (5.5 � 0.3) � 105 3.9 � 0.1

a Average from triplicate experiments. b From ref. 48.

Scheme 2 (a) Putative mechanism accounting for the trapping of more than two peroxyl radicals by Phec (adapted from ref. 51); (b) degradation of
phenols in water solutions.

Fig. 8 Oxygen consumption for the autoxidation of THF (1.24 M) initiated
by AAPH (25 mM) in 0.1 M phosphate buffer at pH 7.4 and 30 1C without
inhibitors (black) or in the presence of (A) NS3 (blue dotted), Phec (blue
dashed) and Phec–NS3 (blue solid); (B) NS2 (green dotted), curcumin
(green dashed) and Cur–NS2 (green solid); and (C) NS1 (red dotted),
quercetin (red dashed) and Que–NS1 (red solid). All antioxidant samples
contained 9 � 10�5 M of phenols, and empty NSs are 0.25–0.38 mg mL�1.
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reported in Table 3. Noticeably, and as previously observed in the
case of vitamin C loaded on halloysite nanotubes,52 the kinh values
are smaller than those of free antioxidants because the antioxidant
is released gradually from the sponges, where it is inactive.

In order to understand the application potential of the
nanosponges as carriers of antioxidants, we investigated also
the antioxidant activity of Phec, Que and Cur at high concen-
trations, identical to those used in the experiments where
antioxidants are included in the nanosponges. The results
reported in Table 3 show that the three phenols suffer a
dramatic reduction of kinh upon increasing their concentration,
which we explain as being due to their degradation that is
known to occur in aqueous solution.52–54 It is worth mention-
ing here that the kinh values determined from the experiments
reported in Fig. 8 are to be considered ‘‘apparent’’ inhibition
constants, as the slopes of O2 consumption reported in Fig. 8
are influenced by the release from the nanosponges or by the
reaction occurring during phenol degradation. Polyphenol
decomposition occurs by the deprotonation of phenols and
by the reaction of the phenolate with O2, to afford phenoxyl
radicals and superoxide, which propagates the oxidative
chain (Scheme 2b).52 The results (illustrated in Fig. 8) show
that phenols included into nanosponges provided in all cases a
more efficient trapping of ROO� (i.e. a smaller slope of O2

consumption and, in the case of Que, longer inhibition) than
phenols at the same concentration, free in solution. Interestingly,
the results reported in Fig. 8 show that polyphenol degradation
does not necessarily correspond to a reduction of the inhibition
period. Indeed, products possessing phenolic moieties having a
residual antioxidant may be formed, as in the case of curcumin
in which a phenolic heterocycle is formed after degradation.55

Therefore, we can say that nanosponges not only allow a gradual
release of the previously loaded phenols, but also protect them
from external agents, increasing their effectiveness over time.

Experimental
Materials and instrumentation

All the reagents and materials needed were used as purchased
(Sigma-Aldrich) without further purification. The FT-IR spectra of
the nanosponge composites were acquired using an AGILENT
Technologies Cary 630 FTIR spectrometer. UV-vis spectra were
recorded using a Beckmann-Coulter DU800 spectrophotometer.

The nanosponges NS1,42 NS222 and NS323 were prepared,
purified and characterized according to literature reports. For
information completeness, NS1 contained 0.61 mmoles g�1

of bCD units, NS2 contained 0.46 mmoles g�1 of A7CD units
and 0.50 mmoles g�1 of P4C[4]A units, and NS3 contained
0.25 mmoles g�1 of A7CD units and 0.85 mmoles g�1 of
P4C[4]A units.

The composites were prepared as follows. The plain nano-
sponge (80.0 mg) was placed in a vial, wetted with a few drops
of methanol, and suspended in 20 mL of an aqueous acetic buffer
(0.05 M, pH 4.4). Then 20.0 mg of the guest was dissolved in 1 mL
of methanol and the solution was added slowly to the NS suspen-
sion under gentle magnetic stirring. The system was kept under
stirring at r.t. overnight, and then the product was vacuum filtered
off, rapidly washed with drops of ice-cold methanol, and finally
dried in vacuo at 50 1C over phosphorus pentoxide for 2 h.

Sequestration and release tests

Sequestration tests were performed as follows. A carefully
weighed amount (4.00 � 0.05 mg) of the nanosponge material
was placed in a vial and mixed with 2 mL of a 50 mM solution of
the guest in aqueous buffer (I = 0.05 M) at the proper pH value
(acetate buffer for pH 4.4, phosphate buffer for pH 6.7). The
sample was briefly sonicated to facilitate the dispersion of the
material and then mechanically shaken for 90 min. The sample
was then centrifuged (5500 rpm for 15 min); the supernatant
liquor was carefully pipetted and analyzed (UV-vis) to deter-
mine the residual concentration in solution, from which the
percent absorption was calculated by trivial algebraic passages.

The release tests were performed as follows. A carefully
weighed amount (10.00 � 0.05 mg) of the composite was placed
in a dialysis membrane (Medicell International Ltd; MWCO 12–
14 000 with a diameter of 21.5 mm) and dispersed in 1 mL of
aqueous phosphate buffer solution (0.05 M and pH 7.2; at pH
7.4 in buffer solution with 10% THF). The membrane was then
placed in a round bottom flask containing 20 mL of the release
medium at 37 1C under magnetic stirring. At fixed times, 1 mL
of the release medium was withdrawn and analyzed spectro-
photometrically to determine the concentration of the guest
released. Notably, in order to keep the volume of the sample
constant, 1 mL of fresh buffer was added each time to replace
the withdrawn one.

Antioxidant activity

The antioxidant activity was evaluated by measuring the O2

consumption during the autoxidation of tetrahydrofuran (THF)
initiated by the hydrosoluble azo-initiator AAPH (25 mM) at
30 1C. The initiation rate, Ri, was determined by the inhibition
method using (�)-6-hydroxy-2,5,7,8-tetramethylchromane-
2-carboxylic acid (Trolox) as the reference antioxidant: Ri =
2[PMHC]/t, where t is the length of the induction period
(Ri = 6.2 � 10�9 M s�1).56 The concentration of O2 was
measured using an optical oxygen meter (FireStingO2, Pyro-
Science GmbH)57 calibrated by performing a reference THF
autoxidation.

Table 3 Antioxidant activity (kinh) and the number of radicals trapped by
each antioxidant molecule (n) measured in inhibited autoxidation experi-
ments at 30 1C for phenols loaded on the nanosponges directly added in
solution, at the same concentrationa

kinh (M�1 s�1) n

Que–NS1 (2.6 � 0.3) � 104 2.7 � 0.2
Cur–NS2 (9.0 � 0.3) � 103 4.0 � 0.1
Phec–NS3 (3.2 � 0.2) � 104 4.1 � 0.1
Conc. Que (1.1 � 0.2) � 104 6.2 � 0.2
Conc. Cur (3.0 � 0.4) � 103 45
Conc. Phec (8.0 � 0.2) � 103 2.2 � 0.1

a Average from triplicate experiments.
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Conclusions

The goal of this work is represented by the possibility of
performing a controlled release in an aqueous medium of
natural antioxidants that are sparingly water soluble. In more
detail, cyclodextrin- and calixarene-based nanosponges were
prepared for the delivery of natural antioxidants, quercetin,
curcumin and phenethyl caffeate. The obtained composites
were evaluated for guest solubility, guest release and anti-
oxidant properties.

Our results positively demonstrate that the use of our nano-
sponge materials is an interesting approach for the protection and
controlled disposal of natural polyphenolic antioxidants. The
structure of nanosponges can be easily modulated by changing
the relative proportions of the host molecules and of the linkers,
to obtain optimal loading and release properties. Kinetic experi-
ments on the reaction with ROO� radicals indicate that the
inclusion into nanosponges increases the antioxidant activity by
blocking the pro-oxidant effect due to phenol degradation. The
flexibility of the synthetic method allows us to envisage many
future developments involving both the nanosponge scaffold
(biocompatibility, biodegradation, material size) and the radical
trapping moieties (such as integrating covalently and non-
covalently loaded antioxidants with different mechanisms of
action). In conclusion, we believe that opportunely designed
nanosponges have the potential to give a significant contribution
to the development of new highly active antioxidants.
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